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1.1. Nanoscience and Soft Matter 

Nanoscience is the study of matter at dimensions of a few nanometres [1]. The root 

“nano” comes from the Greek for “dwarf” and it accounts for 10
-9

. At this level, the 

properties of materials differ in fundamental ways from the properties in the bulk state 

[2]. The remarkable expansion of nanoscience during the last decades has sped up the 

exploration of these novel properties, giving rise to revolutionary disciplines such as 

nanomedicine [3], nanoelectronics
 
[4] or nanocatalysis [5].

 
Therefore, it is not surprising 

to see the enormous increase in the number of nanoscience-related publications as well 

as in the funding for new projects over the last years [6].  

Currently, research on nanoscience leans on two different approaches: top-down and 

bottom-up [7]. Top-down approaches seek to create smaller devices by removing parts 

of a larger one, while bottom-up approaches capitalize on the ability of small materials 

to self-assemble and form complex systems. 

Soft matter is a subfield of condensed matter comprising a variety of systems that are 

easily deformable. In other words, the predominant physical behaviours occur at an 

energy scale comparable to room temperature thermal energy (≈ 25 meV) [8]. Under 

this classification, we can find a large array of systems including polymer melts or 

solutions, micellar solutions, colloids, foams, gels, liquid crystals and a number of 

biomolecules. Hence, soft matter nanotechnology is a multidisciplinary area of 

chemistry, physics, biology, medicine and materials science.  
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1.2. Single-chain nanoparticles 

In the light of the rapid expansion of nanoscience, a new discipline has emerged in the 

field of soft matter science: the single-chain technology, a novel discipline that seeks for 

the construction of individual soft nano-objects by working at the single polymer chain 

level [9]. By taking inspiration from the relationship between topology, precise 

morphology, and unique functionality of natural biomacromolecules, the expected long-

term output of single-chain technology is the construction of a variety of ultra-small 

single-chain soft nano-objects endowed with useful, autonomous and smart functions.  

In recent years, one of the most promising outputs of single-chain technology is SCNPs 

[10]. These nanoparticles are formed by an intrachain folding/collapse process of a 

single polymer chain (precursor) in a way reminiscent of the folding of proteins to their 

native, functional state (Figure 1.1). 

 

 

Figure 1.1. Schematic illustration of the folding of a polymeric precursor into a SCNP. 

Purples circles represent the cross-linking points present along the chain. 
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Three main techniques are involved in the synthesis of SCNPs: precursor synthesis, 

precursor functionalization and intrachain folding/collapse. These processes will now be 

discussed in detail hereunder.  

 

1.2.1. Precursor synthesis 

As SCNPs are basically an ensemble of folded macromolecules, it is of outmost 

importance to select an appropriate polymerization technique to produce well-defined 

single-chain polymeric precursors of controlled molar mass and narrow size 

distribution. Among the numerous polymerization techniques that have already been 

used to prepare SCNP precursors, some of the most important are reversible addition 

fragmentation chain transfer (RAFT) [11], nitroxide-mediated radical polymerization 

(NMP) [12], atom transfer radical polymerization (ATRP) [13] and ring-opening 

polymerization (ROP) [14]. 

Due to their higher relevance in the experiments carried out in this thesis, we will 

elaborate on RAFT and ROP mechanisms. 

RAFT polymerization 

RAFT polymerization is a reversible deactivation radical polymerization and one of the 

most versatile methods for providing living characteristics to radical polymerization. It 

makes use of a chain-transfer agent, typically a thiocarbonylthio compound, to keep 

molecular weight and polydispersity under control during a free-radical polymerization 

[15]. 

The mechanism of a RAFT polymerization involves six main steps (see Figure 1.2) the 

most important one being the main equilibrium, where the fast interchange between 



Chapter 1: Introduction 

12 
 

dormant polymer chains and propagating radicals provides equal opportunities for all 

chains to grow, resulting in a very narrow size distribution. 

 

Figure 1.2. Mechanism of RAFT polymerization with a thiocarbonylthio compound as 

chain-transfer agent. 

 

RAFT polymerization is a widely used technique in the synthesis of SCNP precursors 

[16] as it provides great control over the reaction, it is compatible with a broad range of 

monomers, it has a high functional group tolerance and no metals are involved during 

polymerization. 

 

ROP polymerization 

ROP polymerization is a form of chain-growth polymerization, in which cyclic 

monomers react with active chains by opening their ring system. It enables the 
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polymerization of a variety of structures, such as cyclic olefins [17], ethers [18], 

thioethers [19], lactones [20], thiolactones [21] or lactams [22]. 

Two equally important factors determine the reactivity of a cyclic monomer towards 

ROP: thermodynamics (the monomer-macromolecule equilibrium must be shifted to the 

polymer formation) and kinetics (monomer conversion must evolve within reasonable 

experimental times).  

Depending on the nature of both the cyclic monomer and the propagating centre, ROP is 

commonly divided into different sub-mechanisms, the most important being cationic, 

anionic and radical ROP. In this thesis, nonetheless, we will focus on a different type of 

ROP: the zwitterionic ring-opening polymerization (ZROP). ZROP mechanisms require 

the presence of zwitterionic (i.e. neutral molecules with at least one positive and one 

negative charge) intermediates. ZROP of cyclic ethers with B(C6F5)3 as catalyst (Figure 

1.3) has been extensively studied by Barroso-Bujans et al. [23]. 

 

Figure 1.3. Simplified B(C6F5)3-catalyzed ZROP mechanism of a generic glycidylic 

monomer with THF as proposed by Barroso-Bujans et al [23]. 

 

1.2.2. Precursor functionalization 

Frequently, polymers synthesized with the techniques described above do not present 

functional groups suitable for the intrachain cross-linking reaction that leads to SCNPs. 

In this case, an intermediate step, known as polymer functionalization or post-

polymerization reaction, is needed.  
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Azidation (nucleophilic substitution, Figure 1.4) [24], thiol-ene/thiol-yne additions [25], 

copper-catalyzed azide alkyne cycloaddition (CuAAC) [26], thiol-disulfide exchange 

[27], Diels-Alder reaction [28] and Michael-type addition [29] are amongst the most 

efficient and widely used functionalization reactions. 

 

Figure 1.4. Scheme of the azidation reaction of poly(styrene-co-chloromethyl styrene) 

in DMF. 

 

1.2.3. Intrachain folding/collapse 

Folding single polymer chains by means of intramolecular cross-linking reactions 

constitutes the critical stage of SCNP synthesis, as it strongly influences the structure 

and properties of the final product. These reactions are normally performed at very low 

concentrations to avoid intermolecular side reactions that would lead to aggregation. 

The solvent plays an important role as well, as it determines the conformation of the 

chain during the folding process [30].  

Based on the nature of the cross-linking, precursor folding reactions can be classified 

into three groups: covalent folding, non-covalent folding and external cross-linker 

assisted folding. 

Covalent folding 

Covalent folding of the precursor chain can be induced by reaction of identical groups 

(intrachain homocoupling) or different groups (intrachain heterocoupling). Copper 
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catalysed carbon-carbon click chemistry (Glaser-Hay coupling) [31], nitrene mediated 

cross-linking [32] or benzocyclobutene (BCB) dimerization [33] are examples of 

intrachain homocoupling. Concerning intrachain heterocoupling, copper catalysed 

azide-alkyne cycloaddition (CuAAC, Figure 1.5) is one the most widely used reactions 

in the field [34].  

A particularly interesting feature of some dynamic covalent interactions is their 

reversibility, i.e. their ability to undo and restore the initial moieties. Reversible SCNPs 

can consequently adapt their structure and properties to external stimuli. For instance, 

Sánchez-Sánchez et al. reported that enamine formation provides a facile pathway 

towards pH-responsive SCNPs [35]. These stimuli-responsive structure adaptations 

make SCNPs good candidates for potential applications such as drug-delivery in 

nanomedicine[36].  

 

 

Figure 1.5. Scheme of an intramolecular CuAAC reaction. 

 

Non-covalent folding 

Non-covalent or supramolecular interactions have been extensively employed to 

construct not only SCNPs but also more complex architectures, such as multi-block 
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supramolecular polymers or multi-arm self-assembled stars [37]. Table 1.1 summarizes 

some examples of non-covalent interactions used in SCNP synthesis. 

Table 1.1. Examples of supramolecular interactions suitable for precursor folding. 

Interaction type Example 

Hydrogen bonding Phenol – pyridine [38] 

π-π stacking Pyrene − diimide 

Metal coordination Terpyridine − Zn(II) 

Host-guest interaction Cyclodextrin − adamantane 

Ionic interaction Sulfonic acid − amine 

 

External cross-linker assisted folding 

External cross-linkers are relatively short multifunctional molecules capable of reacting 

with different groups of the precursor chain. This folding technique is compatible with 

most of the interactions described above, as it is possible to endow these molecules with 

the desired functional groups.   

 

1.3. Cyclic polymers 

Along with the remarkable development of single-chain technology in the last years, the 

ability to perform controlled chain compaction has enabled the construction of complex 

soft nano-objects beyond randomly folded SCNPs [9]. In this Section, main synthetic 

aspects of the simplest of all folding systems, cyclic polymers, are reviewed. 

Preparation of high purity macrocycles is typically performed by two different 

approaches: the ring-expansion method and the ring-closure method (Figure 1.6) [39]. 
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Figure 1.6. Schematic illustration of a ring-expansion polymerization (A) and a ring-

closure reaction (B). 

 

Ring-expansion polymerization involves a cyclic initiator that allows chain growth into 

a propagating macrocycle. Due to the fact that cyclic topology is maintained throughout 

the process, this technique allows for the synthesis of high molecular weight (˃ 1000 

kg/mol) ring polymers at high concentrations in relatively short reaction times. Lack of 

control over polydispersity and molecular weight, along with the incompatibility with 

many functional groups are the major drawbacks for this technique. 

On the other hand, ring-closure strategy involves ring formation upon reaction of the 

chain ends of a previously synthesized polymer. Thus, it is possible to start from a 

controlled polymerization, obtaining well-defined monodisperse chains, and endow 

them with a wide range of functional groups afterwards prior to cyclization.  

Contrary to ring-expansion techniques, ring-closure is only suitable for low molecular 

weight polymers (short chains) as the reactive chain ends have to diffuse within a 

capture volume with a rate constant kc compatible with experimental times. In addition, 

it is necessary to avoid intermolecular coupling reactions in order to obtain pure 

monocyclic samples. The ratio of monocyclic species to aggregated chains is given by 
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the probability of a chain end to find its complementary on the same chain (Pc) over that 

of another macromolecule (PL). Jacobson and Stockmayer [40] introduced these relative 

probabilities, defined by Equations 1.1 and 1.2. 

𝑃𝑐 = (
3

2𝜋
)
3/2 𝜈𝑠

〈𝑟2〉3/2                                 (1.1) 

𝑃𝐿 =
2𝑁

𝑉
𝜈𝑠 =

2𝑁𝐴𝑐

𝑚
𝜈𝑠                                (1.2) 

Here, νs is the capture volume, 〈r2〉 is the mean-square distance between the two chain 

ends, N is the number of chains in the volume V, M is the molecular weight, NA is 

Avogadro’s number and c is the concentration of the polymer in mg/mL.  

Intuitively, the probability of aggregation increases with the concentration, therefore, 

ring-closing reactions require high dilution conditions to be effective. Jacobson and 

Stockmayer [40] predicted that the cyclization probability decreases with the chain 

length as n
-3/2

, where n accounts for the number of atoms in the polymer backbone.  

 

1.4. Applications of SCNPs 

SCNPs are prominent candidates to make major contributions to a wide range of fields, 

from nanomedicine to sensing, catalysis, and other diverse uses. Although this field is 

relatively new (irreversible SCNPs were synthesized in 2001 for the first time [41], 

whilst reversible ones were first disclosed as late as in 2008 [42]), the large amount of 

proof-of-concept experiments performed so far have demonstrated the huge possibilities 

of SCNPs. 
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Nanomedicine 

Nanomedicine can be defined as the use and application of nanotechnology for 

diagnosis, monitoring of physical and pathologic processes, for therapy, and for control 

of biological systems [3]. Nanoparticles, when compared to typical small molecules, 

show a size large enough to be retained in the body based on a range of physiological 

changes and morphological and biochemical differences that occur in different tissues 

due to a variety of diseases and disorders. Typically, nanoparticle size is of outmost 

importance to consider when accessing a tumour tissue by means of the so-called 

enhanced permeability and retention (EPR) effect [43]. To date several cytotoxicity 

studies have been carried out to demonstrate the non-toxic character of a variety of 

SCNPs [44,45]. Even if more systematic studies are certainly required, these ones pave 

the way to the use of SCNPs as biocompatible drug delivery systems. 

Several proof-of-concept experiments have been performed involving reversible SCNPs 

as controlled drug delivery nanocarriers of chiral amino acid derivatives, peptides, 

vitamins and small-molecule drugs [46]. Moreover, SCNPs have been evaluated as 

image contrast agents for magnetic resonance imaging (MRI) [47], gamma emitters for 

single photon emission computerized tomography (SPECT) [43], and fluorescent probes 

for confocal laser scanning microscopy (CLSM) [48]. The results from all these initial 

studies reveal the significant potential of SCNPs for the broad field of nanomedicine, in 

general, and for the specific areas of controlled drug delivery systems and image 

contrast agents, in particular. 

Catalysis 

SCNPs offer many possibilities for the development of catalytic systems [49], including 

enzyme-mimic nano-objects: a large surface-to-volume ratio that facilitates the 
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diffusion of reagents and products to catalytic sites; two limiting morphologies, sparse 

and globular, with multiple small “local pockets” or a single pocket of larger size, 

respectively; availability of precursors and solvent-based strategies for tuning 

nanoparticle size, pocket hydrophobicity, and their internal structure; and availability of 

reversible (responsive) and irreversible (permanent) SCNPs based on intramolecular 

dynamic interactions or covalent bonds, respectively. 

Main proof-of-concept applications of SCNPs in catalysis include their use as 

nanoreactors for the synthesis of chemical compounds, polymers and nanomaterials 

[50]. 

Sensing  

SCNPs also offer interesting possibilities for the development of sensors and 

biosensors, as revealed by proof-of-concept experiments related to sensing of metal ions 

[51] and sensing of proteins [52]. 

 

1.5. Polymer physics: size and scaling laws 

Soft matter systems are complex, both in structure and dynamics. Theories for these 

materials are highly elaborated and in many cases not quantitative. However, it is 

helpful to consider how one variable depends on another, keeping other quantities 

constant. This leads to the so-called “scaling laws”, where numerical constants are 

omitted, but the interrelationship of quantities is established. 

As an example, we can consider the dimensions in a polymer chain. From a physicist’s 

point of view, a polymer is a set of units, called monomers, connected linearly as a 
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chain. If we consider an isolated homopolymer formed by N + 1 monomers at positions 

{r0, r1, …, rN}, the end-to-end distance R is given by Equation 1.3: 

                                               𝑅 = 𝑟𝑁 − 𝑟0                                                      (1.3) 

In the ideal case of a flexible polymer, for which the bond vectors are completely 

independent and can orient in any direction in space, the polymer can be described by a 

simple random walk in three dimensions (Figure 1.7) [53].  

 

Figure 1.7. Illustration of three different random walks (green, red and blue) in three 

dimensions. 

 

Here, the mean end-to-end distance is proportional to the number of steps (monomers) 

and translates in the following scaling-law: 

                                                     R ~ 𝑁𝜈                                                 (1.4) 

where ν = 1/2 is the Flory exponent. However, as real polymer cannot intersect 

themselves (two monomers cannot be in the same place at the same time), we need a 

more realistic model that takes into account excluded volume considerations: a “self - 
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avoiding” walk. In this case, the scaling exponent is slightly higher, ν = 3/5. This 

applies to a macromolecule in solution with a “good solvent”. 

Although the end–to–end distance provides an estimate of the dimensions of the chain, 

polymer sizes are typically reported by experimentally accessible magnitudes, such as 

the radius of gyration (rg) or the hydrodynamic radius (rH). The radius of gyration (see 

Equation 1.5) is defined as the mean squared distance of each point on the object from 

its centre of gravity. 

                                                  rg =  R √
1

6
                                               (1.6) 

On the other hand, the hydrodynamic radius rH is defined as the size of a hard sphere 

diffusing at the same rate as the molecule that is being observed.  

 

1.6. Polymer dynamics 

Because of their macromolecular character, the structural and dynamic processes of 

polymers strongly depend on the length and time scales under observation (Figure 1.8) 

[54].  

At lengths comparable to the radius of gyration, the chain character of the 

macromolecule prevails over the role of pendant side groups present in the polymer 

backbone. The characteristic dynamical processes present at this level (chain diffusion, 

Rouse dynamics and reptation) depend on the chain length and can be very long. 
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At intermolecular length scales (≈ 10 Å ), the main dynamical process is the so-called α-

relaxation, which characteristic time increases dramatically as the temperature 

approaches the glass transition temperature Tg.  

At small (molecular) length scales (≈ 1 Å ), the motions are usally localized and 

activated. Among these dynamical processes, one can find vibrations, such as the Boson 

peak [55], and secondary relaxations like the β-relaxation. 

 

Figure 1.8. Relevant features of polymers as a function of the length scale under 

observation. On the right, the relaxation map of polyisoprene showing the temperature 

dependence of the relaxation time for the main dynamical processes. Reproduced from 

Ref. 54. 

 

1.6.1. The Rouse model 

The Rouse model [56] is frequently used in polymer physics to describe the dynamics 

of short chain polymers. In this model, the chain is subdivided into segments that are 

sufficiently large to display rubber like elasticity (spring-like behaviour). The most 

important assumption is that there is no interaction between segments (neither of the 



Chapter 1: Introduction 

24 
 

same chain nor of different chains) except for a global friction force and a random force 

as assumed in the derivation of Brownian motion of a single particle.  

The results obtained for the macroscopic rheological properties, terminal viscosity η and 

self-diffusion constant D are 

                                                𝜂 =
𝜉𝑙2𝜌𝑁

36
                                                  (1.7)  

   𝐷 =
𝑘𝐵𝑇

𝜉𝑁
                                           (1.8) 

which are in good agreement with what is found for low molecular weight polymers (N 

is the number of segments, ρ the number density of the polymer segments, ξ the friction 

coefficient and l the average length of a segment). These results rely on the rough 

argument that if the only interaction is a friction with the environment, its effect on the 

macromolecule will increase proportionally to the number of repeat units. 

Microscopically, this method predicts a proportionality of the mean-square distance of a 

typical segment to t
1/2

, instead of t for single diffusion, which is a consequence of the 

connectivity of the chain. 

In larger chains, the predictions of the Rouse model start to fail after a crossover 

“entanglement time”, and other models, such as the reptation model, need to be 

considered.  

1.6.2. Polymer reptation 

The most relevant model describing the macroscopic properties for polymers beyond 

the entanglement onset is the tube model of Edwards [57] developed by de Gennes [58]. 

Here, the motion of a polymer chain is hindered by a virtual tube formed by the 
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surrounding macromolecules (Figure 1.9). As a consequence, the chain performs a 

snake-like motion (reptation) along the tube. 

This virtual tube restricts the motion of the macromolecule on an intermediate length 

scale (d ≈ 5 nm). At shorter times, the restriction is not effective and the motion shows a 

Rouse-like behaviour with D ∝ N
-1

. The onset of the tube interaction defines a new 

intermediate time scale, the entanglement time, τe. 

 

 

Figure 1.9. Representation of the virtual tube created by the surrounding 

macromolecules (in red). 

 

In this model, the viscosity η of a polymer melt is determined by the time needed by the 

chain to leave the initial tube and constitute a new one. The value of η is predicted to be 

proportional to the cube of the number of segments η ∝ N
3
, which is a reasonable 

approximation to the actual η ∝ N
3.4 

observed relationship. The self-diffusion constant 

of the chain follows D ∝ N
-2

. 
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1.6.3. Polymer relaxations and the glass transition 

As a polymer is cooled to lower temperatures, its viscosity increases and the chains 

move more and more slowly. At a certain temperature, the dynamics will be so slow 

that the macromolecules will not have time to rearrange significantly before the 

temperature is lowered further. The time scales at this point become prohibitively long 

compared to the experimental ones. This is what is known as a glass, a material which 

structure is frozen for practical purposes [59]. 

 

Figure 1.10. Scheme of the molecular motions and structure of liquids, crystals, 

supercooled liquids and glasses. 

 

The temperature at which this process takes place is called the glass transition 

temperature Tg. It is worth mentioning that, as the glass-transition does not occur 

suddenly, but rather over a range of temperatures, Tg does not have a single fixed value, 

and it will be different for different cooling rates. Tg is a very important material 

property, as it has a pronounced impact on the mechanical properties of the polymer. 

The main structural relaxation is the so called α-relaxation, and it is associated with the 

glass transition [60]. As a consequence, Tg and segmental relaxation (the α-process) 
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have the same dependence on Mw and crosslinking. It is generally accepted that the α-

process is related to conformational changes. 

A simple relaxation process usually has a single exponential relaxation. The α-

relaxation, however, is not a single exponential decay, and it is usually described by a 

stretched exponential relaxation, the so-called Kolrausch-William-Watts (KWW) 

equation: 

G(t) ∝ exp[-(t/τ)
β
]                                   (1.9) 

The smaller the value of β, the less exponential the response function.  

The temperature dependence of the α-relaxation time is usually described by the Vogel-

Tamman-Fulcher (VTF) equation (see Figure 1.8): 

𝜏 =  𝜏0 exp (
𝐵

𝑇−𝑇∞
)                        (1.10)                    

When T = T∞ an Arrhenius-like equation is obtained.  

Secondary processes occur at shorter time scales, usually attributed to local 

conformational rearrangements and they are commonly referred to as β-processes or γ-

processes. 

 

1.7. Outline and objectives of this Thesis. 

 

This thesis presents conscientious work on polymeric single-chain nanoparticles 

(SCNPs). The combination of state-of-the-art polymer synthesis and advanced 

characterization techniques will allow us to: 
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1. Establish new synthetic routes towards SCNPs. 

2. Synthesize SCNPs with novel topologies. 

3. Carry out a thorough study of the physical properties of SCNP melts. 

Chapters 1 and 2 introduce this emerging field and review the fundamental concepts, 

current synthetic methods, potential applications and some of the typical experimental 

techniques. Details concerning instrument types and setups used for this work are 

summarized in Chapter 2. 

Chapter 3 presents an unprecedented merging of zwitterionic ring-opening 

polymerization and photoactivated thiol-yne coupling, resulting in an interesting new 

pathway towards SCNPs. Advanced techniques including, among others, in situ 
13

C 

nuclear magnetic resonance (NMR) measurements or Mark-Houwink-Sakurada plots 

are employed to gain insight into the polymerization and SCNP formation processes. 

In Chapter 4, a new SCNP topology is targeted: the single-ring nanoparticle (SRNP). It 

is finally achieved by a combination of controlled radical polymerization, 

photoactivated hetero Diels-Alder reactions and copper-catalyzed click chemistry. The 

resulting SCNPs are thoroughly characterized by size exclusion chromatography, 

nuclear magnetic resonance, infrared spectroscopy and UV-Vis spectroscopy.    

Chapter 5 comprises a quantitative study of the size reduction upon reversible SCNP 

formation. Following a Flory-like argument, we propose an expression that provides a 

priori estimation of the size reduction upon folding single-chains. We perform a 

comparison of the predicted size reduction with extensive literature data (72 SCNPs, 22 

reversible interactions). 

To conclude, Chapter 6 presents a novel method to synthesize totally deuterated SCNPs 

starting from commercially available monomers and initiators. An exhaustive study of 
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the structural and dynamical properties of melts of these SCNPs is also performed, 

combining a variety of techniques, including elastic and quasi-elastic neutron scattering, 

dielectric and mechanical spectroscopy and calorimetries. 
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2.1. Gel permeation chromatography 

 

Gel permeation chromatography (GPC) is a type of size exclusion chromatography 

(SEC) in which molecules are sorted based on their size. J. C. Moore of the Dow 

Chemical Company first introduced the term GPC [1], which has become a central 

characterization technique in both polymer industry and academic polymer research 

since then. In a typical procedure, a polymer solution is passed through a column 

packed with porous particles. A polymer sample comprises a polydisperse ensemble of 

macromolecules, therefore, chains of different size have different ability to penetrate the 

pores and pass through the column: smaller chains are withheld by most particle pores, 

and consequently take more time to elute, whereas larger chains can bypass most pores 

and elute faster. The separation is hence based on hydrodynamic radii (RH) differences.  

GPC is the most widely used experimental technique to measure molecular weight 

distributions of synthetic polymers. A frequently used technique to obtain quantitative 

data is to construct a calibration curve with well-defined monodisperse polymer 

standards of different molecular weight Mw.  The Mw of the sample can be estimated by 

interpolating its retention time along the curve. Among the concentration-sensitive 

detectors needed for this method, refractive index (RI) detectors and UV detectors are 

the most versatile and common. Equation 2.1 relates the concentration c of a dissolved 

analyte with the refractive index of the solution n, solvent n0 and analyte np [2]. 

                                             𝑛 ∝ n0 + 𝑐(𝑛𝑝 − 𝑛0)                                 (2.1) 
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UV detectors rely on the Beer−Lambert law, which relates the absorbance of a solution 

and its concentration. However, these are only suitable for UV-active polymers, and are 

therefore less common than RI detectors. 

In addition to the relative data obtained by calibration methods, absolute molecular 

weight measurements are possible with the use of multi-angle light scattering (MALS) 

detectors. MALS provides retention time independent Mw values, as the angular 

variation of the scattered light is directly related to the size of the material. Equation 2.2 

shows the relation between the intensity of the scattered light Is, the polymer molar 

mass M and the concentration c. 

                                                 Is ∝ M c (
𝑑𝑛

𝑑𝑐
)
2

                                               (2.2) 

Viscometers are also often coupled to GPC columns as they provide a facile way to 

measure the hydrodynamic volume VH. The intrinsic viscosity of the solution [η] is 

related to VH through the Einstein−Simha relation (Equation 2.3), where M is the molar 

mass of the polymer and NA is Avogadro’s number. 

𝑉𝐻 = (
𝑀[𝜂]

2.5𝑁𝐴
)                                           (2.3) 

Combination of intrinsic viscosity measurements and molecular weight enables the 

study of the polymer conformation by means of the Mark−Houwink−Sakurada equation 

(Equation 2.4). 

[𝜂] = 𝐾𝑀𝛼                                            (2.4) 
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Here, K and α values depend on the specific polymer−solvent system. An α value of 

zero represents a solid sphere, 0.5 random coils in theta conditions, 0.5−0.8 linear 

polymers in a good solvent and 1.8−2 values a rigid rod conformation. 

Concerning SCNP synthesis, the collapse of the polymer precursor and consequent 

decrease of hydrodynamic volume can be easily monitored and quantified by GPC [3]. 

Moreover, shape−related information is of great value to unravel the intriguing 

mechanisms of nanoparticle formation, as well as to elucidate the impact of other 

factors such as polymer composition or solvent effects. 

In this work, GPC measurements were carried out at 30 ºC on an Agilent 1200 system 

(Figure 2.1) equipped with PLgel 5 μm Guard and PLgel 5 μm MIXED-C columns, a 

differential refractive index (RI) detector (Optilab Rex, Wyatt), a multiangle laser light 

scattering (MALLS) detector (MiniDawn Treos, Wyatt), and a viscosimetric (VI) 

detector (Viscostar-II, Wyatt). Data analysis was performed with ASTRA Software 

(version 6.1) from Wyatt. THF was used as eluent at a flow rate of 1 mL/min. 

 

Figure 2.1. GPC equipment used in this work. 
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2.2. Nuclear magnetic resonance 

Nuclear magnetic resonance (NMR) spectroscopy is a broadly extended characterization 

technique in which an external magnetic field is applied to the sample, inducing the 

excitation of the nuclei, and radio waves are employed to promote transitions between 

nuclear spin energy levels (resonance) [4]. This resonance frequency is given by the 

intramolecular magnetic field around the atom, and consequently gives information 

about the chemical environment. As the precise resonant frequency is influenced by the 

magnetic field employed, a reference frequency (typically that of tetramethylsilane) is 

employed to remove this dependence. The resonant frequency of a nucleus relative to 

the reference is known as chemical shift δ (Equation 2.5), where ν and ν0 are the 

resonant frequencies of the analyte and the reference, respectively. 

𝛿 =
𝜈−𝜈0

𝜈0
                                                 (2.5) 

Although many nuclei can be observed by this technique, 
1
H NMR and 

13
C NMR are 

the most relevant in polymer chemistry, as these atoms are present in almost all 

macromolecules. 1D (single nucleus) and 2D (combination of two nuclei) spectra 

provide critical information for SCNP synthesis, as they give precise information of the 

chemical composition of the polymers and allow monitoring the chemical changes that 

occur upon SCNP formation [5]. 



Chapter 2: Experimental Techniques 

41 
 

 

Figure 2.2. NMR equipment used in this work. 

NMR can also be used to perform structural and conformational analyses [6], however, 

as it was not the case for this work, I will not delve further. 

1
H NMR and 

13
C NMR spectra were acquired at room temperature on a Bruker Avance 

spectrometer operating at 300, 400 and 500 MHz, equipped with a Z-gradient BBO 

probe, using deuterated solvents. 

 

2.3. Fourier−transform infrared spectroscopy 

Fourier−transform infrared spectroscopy (FTIR) is a technique used to record the 

infrared spectrum of a given substance [7]. As the vibrational frequencies of most 

molecules fall into the infrared region of the electromagnetic spectrum, FTIR is a 

powerful technique to analyse the chemical composition [8]. Unlike other spectroscopic 

techniques, FTIR does not require a monochromatic beam. Instead, the sample is 

irradiated with the entire range of frequencies simultaneously, and the absorption at 

each wavelength is inferred performing a Fourier Transform afterwards.  
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In a typical FTIR experiment, the sample is mixed with a non−absorbing salt 

(commonly KBr) to form a pellet, which is later exposed to the IR beam. However, the 

development of attenuated total reflection (ATR) techniques has simplified the sample 

preparation procedures. In an ATR−FTIR experiment, the sample is directly placed on a 

high refractive index crystal. A beam of infrared light is passed through the crystal in 

such a way that it reflects at least once off the internal surface in contact with the 

sample. This reflection forms an evanescence wave that extends into the sample. After 

performing multiple internal reflections, the beam is finally collected as it exits the 

crystal. 

 

Figure 2.3. Schematic illustration of an ATR set−up. 

 

FTIR is broadly used in polymer chemistry and SCNP synthesis [9], as it provides 

complementary information to other spectroscopic techniques. 

In this work, ATR−FTIR spectra were recorded at room temperature on a JASCO 3600 

FTIR spectrometer.  
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2.4. Ultraviolet−visible spectroscopy 

Ultraviolet-visible spectroscopy (UV−Vis) probes the electronic transitions of the 

materials by the use of ultraviolet−visible light (λ ≈ 200 – 800 nm) [10]. Typical 

observable electronic transitions include n−π* and π−π* for unsaturated systems and 

charge−transfer transitions for metal−ligand complexes. 

Although NMR and FTIR receive most attention for polymer and SCNP 

characterization, UV-Vis spectroscopy is a valuable tool for relevant chemical 

transformations such as chain−transfer agent modification [11] or metal−ligand induced 

SCNP formation [12]. 

In this work, UV-Vis measurements were performed at room temperature on an Agilent 

8453A apparatus with a Peltier thermostatic cell holder, T−controller 89090A. 

 

Figure 2.4. UV-Vis equipment used in this work. 

 

2.5. Differential scanning calorimetry 

Diferential scanning calorimetry (DSC) is an analytic technique that measures the 

amount of energy needed to increase the temperature of the sample as a function of 

temperature [13]. The underlying physical principle is that during physical 
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transformations such as phase transitions, the sample requires more (endothermic 

process) or less (exothermic process) heat to maintain the same temperature when 

compared to a stable reference material. 

In addition to thermodynamic phase transitions, DSC is capable of detecting other 

physical changes such as glass transitions, which makes it a particularly valuable 

technique for the physical characterization of polymers in general [14] and SCNPs in 

particular [15]. 

DSC measurement in this work were carried out on a Q2000 TA Instruments in 

standard mode. A helium rate of 25 mL/min was used throughout. Measurements were 

performed by placing the samples in sealed aluminium pans. 

 

Figure 2.5. DSC equipment used in this work. 

 

2.6. Transmission electron microscopy 

Transmission electron microscopy (TEM) is a microscopy technique in which a beam of 

electrons is passed through a thin (thickness < 100 nm) sample [16]. Transmitted 
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electrons reach a fluorescent screen where the image is projected. The contrast of the 

image is a function of the density of the material, as higher densities increase the 

scattering events, allowing fewer electrons reach the detector. Selective addition of 

heavy metals to specific parts of the sample can improve the contrast of the image. The 

resolution of electronic microscopes is significantly higher than the resolution of light 

microscopes, due to the much smaller associated wavelength of electrons compared to 

light. 

Several authors have employed TEM to observe the size and morphology of SCNPs in 

dry state [9, 17]. 

TEM measurements were performed using a high-resolution transmission electron 

microscope TECNAI G220 TWIN (Figure 2.6). The measurements were carried out by 

using an accelerating voltage of 200 kV under low dose conditions. 

 

 
Figure 2.6. TEM equipment used in this work. 
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2.7. Elemental analysis 

Elemental analysis (EA) provides information about the chemical elements present in a 

sample and their proportions. The most widely used type of elemental analysis in 

organic chemistry and polymer science is combustion analysis. In this technique, the 

sample is burned and the combustion products (CO2, H2O, NO) are collected and 

weighed. The composition of the sample (C, H, N, S) can be calculated from the 

obtained masses. 

Elemental analysis measurements were performed in a Euro EA3000 Elemental 

Analyzer provided by the general research services at the University of the Basque 

Country. 

2.8. Neutron scattering 

In a scattering experiment a beam of particles (typically photons or neutrons) is shot 

towards a given sample to obtain information about the structure and/or the dynamics 

by analysing the scattered particles into a given solid angle dΩ. The difference between 

the wavevectors of the incident particles �⃗�  and the scattered particles 𝑘’⃗⃗⃗   is called the 

scattering vector �⃗� , which modulus follows Q = k’ - k. The Q-dependence of the 

measured magnitudes provides special resolution, as the spatial scale probed ζ is 

inversely proportional to the Q-value: ζ ~ 2π / Q. Therefore, by tuning the Q-value it is 

possible to explore different spatial scales. 

In a diffraction experiment the number of scattered particles into a solid angle is 

measured (the differential scattering cross-section dσ/dΩ), which gives information 

about the structure of the sample. In quasielastic measurements, also the energy of the 

scattered particles E’ is analized. The energy change between the incident and scattered 



Chapter 2: Experimental Techniques 

47 
 

particles ħω = E’ – E, can provide valuable information about the dynamics of the 

sample. 

In quasielastic neutron scattering (QENS) experiments, the double differential scattering 

cross-section d
2
σ/(dΩdħω)  is measured, which counts the number of electrons scattered 

into a solid angle between Ω and Ω  + dΩ, which have experienced an energy change 

between ħω and ħω + dħω. This magnitude depends on the interactions between the 

atoms in the sample and the probe particles (quantified by the scattering length bα). In 

neutron scattering, bα depends on the isotope considered, as neutrons interact with the 

nucleus. Table 2.1 summarizes the scattering lengths of the most common elements 

used in polymer science [18]. 

In d
2
σ/(dΩdħω)  we can identify a coherent (related with pair correlations) and an 

incoherent contribution (related with atom self-motions)  (Equation 2.6). 

𝛿2𝜎

𝛿ħ𝛿𝛺
= (

1

4𝜋ħ
)

𝑘

𝑘0
{∑ b̅αb̅β𝛼,𝛽 𝑆𝛼𝛽

𝑐𝑜ℎ(�⃗� , 𝜔) +  ∑ ∆b2
α

̅̅ ̅̅ ̅̅ ̅ 𝛼 𝑆𝛼
𝑖𝑛𝑐𝑜ℎ(�⃗� , 𝜔)} (2.6) 

Table 2.1. Average length scales b̅α, their squares b̅α
2
, and their deviations ∆b2

α
̅̅ ̅̅ ̅̅ ̅ for 

different isotopes. Reproduced from Ref. 18. 

Isotope �̅�𝜶/𝒇𝒎 �̅�𝜶
𝟐
/𝒇𝒎𝟐 ∆𝒃𝟐

𝜶
̅̅ ̅̅ ̅̅ ̅ / 𝒇𝒎𝟐 

1
H -3.7406 13.992 638.78 

2
H (D) 6.6710 44.502 16.322 

12
C 6.6511 44.237 0 

16
O 5.8030 33.675 0 

 

The indexes (α, β) represent the different isotopes in the sample. The incoherent 

contribution arises from the random deviations of the scattering lengths from their mean 
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value, ∆b2
α

̅̅ ̅̅ ̅̅ ̅.  For hydrogen-containing systems, the large value of ∆b2
H

̅̅ ̅̅ ̅̅ ̅ implies that the 

signal is dominated by the incoherent scattering from hydrogens, whereas in fully 

deuterated samples the coherent contribution dominates the scattering and, since 

b̅D  ≈   b̅C all correlations are almost equally weighted. 

2.8.1. Small-angle neutron scattering (SANS): D11 

Small-angle neutron scattering (SANS) is a widely used technique in soft matter, as it 

allows to resolve structures of the order of 1 – 100 nm [19]. 

The measured intensity I(Q) is the sum of coherent and incoherent elastic scattering. 

Since the incoherent contribution is Q-independent, structural information can only be 

obtained from the coherent fraction, whilst the incoherent part manifests as flat 

background noise. 

The parameters affecting the coherent signal are the form factor P(Q) and the structure 

factor S(Q). P(Q) accounts for the scattering from a single particle, which depends 

basically on its size and shape. S(Q) contains information about the correlations 

between different particles, i.e. the structure of the material. 

SANS measurements were performed at the D11 instrument (Figure 2.7) at the Institute 

Laue Langevin (ILL) in Grenoble (France). 
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Figure 2.7. Picture of the D11 instrument at ILL. 

2.8.2. Neutron spin echo (NSE): IN11 

Neutron spin echo (NSE) is a quasielastic neutron scattering (QENS) technique that 

codes, for each neutron individually, the energy transfer in the scattering process into its 

spin rotation [20]. Precession magnetic fields are applied before and after the scattering 

event, so that the polarization of the neutron depends only on the velocity difference of 

each neutron individually. NSE allows to explore broader time and length scales than 

other QENS techniques. The magnitude measured in an NSE experiment is: 

                              𝑆𝑁𝑆𝐸(𝑄, 𝑡) =
𝐼𝑐𝑜ℎ�̃�𝑐𝑜ℎ(𝑄,𝑡)−

1

3
𝐼𝑖𝑛𝑐�̃�𝑖𝑛𝑐(𝑄,𝑡)

𝐼𝑐𝑜ℎ−
1

3
𝐼𝑖𝑛𝑐

  (2.7) 

Where Scoh(Q,t) and Sinc(Q,t) are the normalized intermediate pair and self-correlation 

functions. Icoh and Iinc are the total static coherent and incoherent intensities. 
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The Neutron Spin Echo Spectrometer IN11c at the Institute Laue Langevin (ILL) was 

used to study the dynamic structure factor in the 0.15 ≤ Q ≤ 1.64 Å -1
 range on fully 

deuterated samples. 

 

Figure 2.8. Scheme of the different NSE instrument setups available at ILL. 

2.8.3. Time-of-flight neutron scattering: FOCUS 

Time-of-flight (ToF) spectrometers measure the number of neutrons arriving at each 

detector as a function of the time of flight. The beam is pulsed by a combination of 

choppers and a crystal monochromator. This enables also to tune the incident energy, 

while the final energy is calculated from the time of arrival in the detectors and the 

flight path. 
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QENS experiments on bulk protonated samples were performed on the time-of-flight 

FOCUS instrument (Figure 2.9) at the Paul Scherrer Institute (PSI) in Villigen 

(Switzerland) in the 0.22 ≤ Q ≤ 1.84 Å -1
 range. 

 

 

Figure 2.9. Layout of time-of-flight spectrometer FOCUS at PSI. 

2.8.4. Backscattering spectrometry: SPHERES 

Backscattering (BS) spectrometry is another QENS technique. Figure 2.10 shows the 

layout of the SPHERES instrument. Incoming neutrons are pre-monochromized by a 

velocity detector. The beam is then focused and reaches a rotating chopper, where it is 

reflected towards the monochromator. The monochromator selects an energy band E i ± 

δE, so that neutrons within this band are backscattered to the sample. Neutrons scattered 

by the sample hit the analysers, where only neutrons within a narrow energy distribution 
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Ef ± δE are sent back to the sample. Finally, after traversing the sample (BS samples 

should have transmissions of ≈ 90 %) the neutrons reach the detector. 

Backscattering measurements on bulk protonated samples were perfomed on the 

SPHERES spectrometers at the Heinz-Maier-Leibnitz Zentrum in Garching (Germany). 

 

Figure 2.10. Layout of backscattering spectrometer SPHERES at FRM II in Garching. 

 

2.9. Broadband dielectric spectroscopy (BDS) 

Dielectric spectroscopy (DS) is a widely used technique in polymer physics that 

measures the dielectric properties of a medium to extract information about relaxation 

processes [21].  

The application of an external oscillating electric field leads to an orientation of the 

molecular dipoles in the direction of the field (Figure 2.11). The subsequent loss of 
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polarization  due to thermal noise can be monitored since it gives rise to a band in the 

imaginary part of the dielectric permittivity ε’’ (Equation 2.8): 

                                        𝜖∗(𝜔) = 𝜖′(𝜔) − 𝑖𝜖′′(𝜔) (2.8) 

Where ε* is the complex permittivity and ε’ the real part, with ω = 2πf.  

 

Figure 2.11. Dipole reorientations after applying an external electric field and the 

subsequent loss of polarization. 

 

The frequency of the maxima of the loss peak in a dielectric spectrum is commonly 

used to obtain the relaxation time of characteristic dynamic processes (α-relaxation, β-

relaxation…) in polymers: 

𝜏 =
1

2𝜋𝜔
                                                     (2.9) 

Dielectric spectroscopy measurements were carried out with an Alpha-A Novocontrol 

dielectric analyzer (10
-2

 – 10
7
 Hz, Figure 2.12) and an Agilent 4291B Impedance 

analyzer (10
6
 – 10

9
 Hz). 
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Figure 2.12. Setup of the Alpha-A Novocontrol dielectric analyzer used in this work. 

 

2.10. Rheology measurements 

Rheology is the study of the flow and deformations of matter under externally applied 

forces. It is particularly interesting to study materials whose properties are between 

purely elastic and Newtonian fluids. In this regard, it is a very convenient tool to 

investigate the interesting mechanical properties of polymers, which have been 

extensively exploited for industrial applications [22]. 

Most polymers show a viscoelastic behavior when undergoing deformation [23]. This 

means that they exhibit characteristics of both viscous and elastic materials and, 

consequently, a time-dependency of the strain. 

For polymers, the energy of plastic deformation can be related to the dynamic shear loss 

modulus (G’’) and the elastic deformation to the dynamic shear storage modulus (G’). 

Dynamic mechanical spectroscopy measurements, where a sinusoidal stress is applied 

and the strain is measured, allow determining these moduli (Figure 2.13). 
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Figure 2.13. Example of a dynamic mechanical spectrum. 

G’ and G’’ are related with fundamental properties of polymers, such as the glass 

transition temperature or the entanglement molecular weight, which can be calculated 

from the modulus in the plateau region, where G’ is proportional to the number of 

physical and chemical crosslinks per unit volume. 

Rheological experiments in the linear regime (≈ 0.03 – 16 Hz) were performed by using 

an ARES torsional rheometer (Figure 2.14) with a parallel plate geometry. 

 

Figure 2.14. Picture of an ARES torsional rheometer. 
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3.1. Introduction 

 

Single chain technology is an emerging discipline that aims for the construction of a 

variety of functional soft nano−objects via chain compaction [1]. Among them, 

single−chain nanoparticles (SCNPs) are useful constructs showing ultrasmall size (5−20 

nm) and promising prospects for nanomedicine, catalysis, sensing, and other diverse 

end−use applications [2−7].  

 

As described in Chapter 1, SCNPs can be synthesized via intrachain cross−linking [8] 

using covalent [9−17] and dynamic covalent bonds [18−21] as well as supramolecular 

interactions [22−29]. SCNP synthesis typically consists of three steps [4]: (i) 

preparation of a SCNP precursor, often being a random copolymer synthesized via a 

controlled/living radical polymerization process (e.g., atom transfer radical 

polymerization (ATRP) [30], nitroxide−mediated radical polymerization (NMP) [31], 

reversible addition−fragmentation chain transfer (RAFT) polymerization [32]; (ii) 

functionalization of a SCNP precursor to introduce reactive cross−linking groups along 

the chain (e.g., by deprotection of masked reactive groups [33]) or by 

postpolymerization modification [34]; and (iii) intrachain cross−linking of such reactive 

functionalities under appropriate reaction conditions [8]. Sometimes, step ii is avoided 

by using monomers decorated with functional groups unreactive under the 

polymerization conditions. 

 

In the light of the rapid expansion of single−chain technology related research in the last 

years, a large selection of SCNP precursors of different nature have been reported, 

including polystyrene, poly(metha)acrylate, poly(metha)acrylamide, and 
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polyoligo(ethylene)glycol (metha)acrylate derivatives [35]. Polycaprolactone−, 

polycarbonate−, and polynorbornene− based SCNP precursors have been synthesized 

via ring−opening polymerization (ROP) and ring−opening metathesis polymerization 

(ROMP) [35]. However, in spite of the significant interest in the synthesis of polyether 

derivatives with complex architectures such as star−shaped [36], cyclic [37], multicyclic 

[38], and supramolecular structures [39−40], access to polyether SCNPs has not been 

achieved yet. 

 

Polyethers can be synthesized by living anionic or cationic ROP, depending on the 

cyclic ether monomer structure (i.e., oxiranes, oxolanes) [41−43]. Sometimes, the use of 

certain anionic or cationic ROP catalysts is not compatible with the use of functional 

monomers (e.g., alkyne functionalities show a tendency for cross−linking reactions 

under basic reaction conditions at high temperatures [44]), thus limiting the broad scope 

of these techniques for synthesizing polyether SCNP precursors. 

 

Polytetrahydrofuran (polyTHF) polyols are polyethers widely used in the plastic and 

synthetic fiber industry, particularly in the technology of polyurethanes [45].  

Poly(THF) is the key raw material to produce spandex fibers, which are intensively 

used for the production of athletic outfits, baby diapers and  bandages, among other 

products. 

 

 Poly(THF) is obtained by cationic ROP of tetrahydrofuran (THF) with common 

initiators such as strong protonic acids (H2SO4, HSO3F, or HClO4) or Lewis acids (BF3, 

PF5, or SbCl5) [42,46]. Introduction of functional groups into the poly(THF) backbone 



Chapter 3: Synthesis of Polyether SCNPs 

62 
 

is a way to generate, for instance, polyurethanes with modifiable pendant alkyne groups 

[47]. 

 

Barroso−Bujans et al. reported the synthesis of linear poly(THF) based copolymers 

decorated with (unreactive) phenyl moieties via B(C6F5)3−promoted zwitterionic 

ring−opening polymerization (ZROP) of THF and glycidyl phenyl ether (GPE) at high 

THF content in the feed [48]. By replacing the GPE monomer by glycidyl propargyl 

ether (GPgE), we envisioned the facile access to polyether SCNPs by combining ZROP 

and highly efficient thiol−yne coupling (TYC) techniques. The photoactivated 

radical−mediated TYC reaction has emerged as a powerful technique [49−53] that can 

be carried out under UV irradiation in the presence of a photoinitiator with high 

efficiency and rapid kinetics (in certain cases, even in the presence of oxygen/water 

traces) [54,55].  

 

3.2. Objectives 

 

In this Chapter we report the synthesis and characterization of polyether SCNPs by 

combining zwitterionic ring−opening polymerization (ZROP) and thyol−yne coupling 

(TYC) techniques. We will synthesize linear copolymers of tetrahydrofuran (THF) and 

glycidyl propargyl ether (GPgE), poly(THF−co−GPgE), as well as terpolymers of THF, 

GPgE and glycidyl phenyl ether (GPE), poly(THF−co−GPgE−co−GPE). These 

polymerization reactions will be performed with high content of THF in the feed and 

B(C6F5)3 acting as initiator.  Photoactivated TYC between the naked alkyne functional 

groups present in the GPgE moieties and a dithiol homobifunctional cross−linker at 

high dilution conditions will promote chain folding and, consequently, SCNP formation. 
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The obtained nanoparticles will be characterized by different techniques, including SEC 

with triple detection, Fourier transform infrared (FTIR) spectroscopy, 
1
H NMR 

spectroscopy, transmission electron microscopy (TEM), and differential scanning 

calorimetry (DSC). 

 

 

Scheme 3.1. Schematic illustration of the synthesis of poly(THF−co−GPgE−co−GPE) 

SCNPs. 

 

3.3. Experimental part 

 

3.3.1. Materials 

Tetrahydrofuran (THF) and glycidyl phenyl ether (GPE) were dried over CaH2, 

degassed, and distilled in a vacuum line before use. B(C6F5)3 was sublimed in vacuum 

at 90 °C and stored in a glovebox. Any other reagent was used as received. B(C6F5)3 

(95%), GPE (99%), glycidyl propargyl ether (GPgE) (90%), 

2,2−dimethoxy−2−phenylacetophenone (DMPA) (99%), 3,6−dioxa−1,8−octanedithiol 

(DODT) (95%), dichloromethane (CH2Cl2) (99.5%), deuterated chloroform (CDCl3) 

(99.96%, containing 0.03% tetramethylsilane, TMS), and CaH2 (99.9%) were purchased 

from Sigma−Aldrich. THF (99.5%) and methanol (MeOH) (99.9%) were purchased 

from Scharlau. 
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3.3.2. Synthesis of SCNP precursors via ZROP 

All reactions were performed under an argon atmosphere in a vacuum line using 

Schlenk flasks. Copolymers of THF anf GPgE and terpolymers of THF, GPgE and GPE 

were synthesized at room temperature in bulk conditions (Scheme 3.2). Table 3.1 shows 

the reaction conditions of this study.  

 

Scheme 3.2. Schematic illustration of the synthesis of precursors (A) 

poly(THF−co−GPgE−co−GPE) and (B) poly(THF−co−GPgE). 

 

Table 3.1. Reaction conditions for the synthesis of SCNP precursors. 

Sample Monomer feed
a
 

(mol % 

THF/GPgE/GPE

) 

Composition
b
 

(mol %) 

[glycidyl]0
c
 

/[B(C6F5)3]0 

(mol/mol) 

Reactio

n time 

(h) 

Conversion
d
 

(%) 

C1 80/20/0 79/21 950 24 8 

C2 85/15/0 85/15 317 72 38 

T1 60/20/20 62/18/20 1893 72 83 

T2 80/10/10 77/10/13 1893 24 65 
a
THF = tetrahydrofuran; GPgE = glycidyl propargyl ether; GPE = glycidyl phenyl ether. 

b
Obtained by integration of quantitative 

1
H NMR signals. 

c
[glycidyl]0 = initial number 

of moles of GPgE + GPE. 
d
Obtained by gravimetric analysis. 

 

 

In a typical experiment (sample T2, Table 3.1), B(C6F5)3 (2 mg, 3.9 μmol), 

tetrahydrofuran (2.4 mL, 30 mmol), glycidyl phenyl ether (0.5 mL, 3.7 mmol), and 
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glycidyl propargyl ether (0.4 mL, 3.7 mmol) were placed in a Schlenk flask and stirred 

at room temperature for 24 h. The reaction crude was dissolved in CH2Cl2 (≈ 0.5 mL), 

precipitated in MeOH, and dried at room temperature in a vacuum oven. Molecular 

weight, polydispersity and hydrodynamic radius of the samples synthesized in this work 

are reported in Table 3.2. 

 

Table 3.2. Characteristics of SCNP precursors. 

Sample Mp
a
 (kDa) Mw/Mn RH

b
 (nm) 

C1 17.5 1.3 4.9 

C2 16.7 1.3 4.7 

T1 24.5 1.5 4.8 

T2 42.6 1.6 6.5 
a
Absolute molecular weight at the peak maximum as determined by SEC/MALLS. 

b
Hydrodynamic radius at the peak maximum as determined by SEC/VI. 

 

 

3.3.3. Kinetic experiments via real−time 
13

C NMR spectroscopy 

Copolymerization and terpolymerization reactions were carried out in bulk by mixing 

the amounts of monomer and catalyst reported in Table 3.3. 

 

Table 3.3. Amount of monomer and catalyst used in the kinetic study 

Monomer 

feed (mol %) 

THF 

(mL) 

GPgE 

(mL) 

GPE 

(mL) 

B(C6F5)3 

(mg) 

[glycidyl]0
a
/[B(C6F5)3]0 

(mol/mol) 

50/50 0.38 0.50 − 4 594 

80/20 0.75 0.25 − 20 59 

33/33/33 0.28 0.37 0.47 6 594 

80/10/10 0.75 0.12 0.16 20 59 
a
[glycidyl]0 = initial number of moles of GPgE + GPE. 

 

Monomers were first transferred into the NMR tube in a glovebox. After adjustment of 

NMR experimental parameters, the catalyst was added, and the tube was rapidly 

introduced in the equipment at ambient temperature. Monomer conversion was 
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evaluated from the signal integration of GPgE at 44.7 − 45.0 ppm, GPE at 45.1 − 45.4 

ppm, and THF at 26.7 − 26.9 ppm by using the MestReNova software. The amounts of 

the reacted monomer were calculated as (1 – It/I0) × 100 for each monomer, where It is 

the signal integral at time t and I0 is the signal integral at zero time of reaction. 

 

3.3.4. Synthesis of polyether SCNPs via photoactivated thiol−yne coupling. 

In a typical procedure, 50 mg of terpolymer (Sample T2, Table 3.2) was dissolved in 

THF (100 mL) in a rounded−bottom flask covered with aluminium foil. Then, DMPA 

photoinitiator (5 mg, 20 mmol) was added, and the mixture was kept under stirring until 

it was completely dissolved. After that DODT (8.8 μL, 0.5 μmol) was added. 15 mL of 

the reaction mixture was transferred to a vial, and it was exposed to UV irradiation (λ = 

300 – 400 nm) for 160 minutes. The solvent was removed in the vacuum line, and the 

sample was dried at room temperature. Table 3.4 shows data corresponding to SCNPs 

prepared from terpolymer precursors of Table 3.2. 

 

Table 3.4. Data for polyether SCNPs synthesized in this work. 

Sample Composition (mol 

% THF/GPgE/GPE) 

Mp
a
 (kDa) Mpapp

b
 

(kDa) 

Mw/Mn RH
c
 (nm) 

NP1 62/18/20 31.6 11.7 1.4 3.7 

NP2 77/10/13 43.9 23.5 1.5 5.2 
a
Absolute molecular weight at the peak maximum as determined by SEC/MALLS. 

b
Apparent molecular weight at the peak maximum calculated from the molecular weight 

vs retention time curve of the linear precursor. 
c
Hydrodynamic radius at the peak 

maximum as determined by SEC/VI. 
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3.4. Results and discussion 

 

3.4.1. Synthesis of SCNP precursors bearing naked alkyne functional groups via 

ZROP 

Linear copolymers of poly(THF−co−GPgE−co−GPE) and poly(THF−co−GPgE) with 

different monomer compositions and molecular weights (Tables 3.1 and 3.2) were 

synthesized in this work. The amount of alkyne−bearing GPgE in all SCNP precursors 

was kept below 25 mol % trying to favor a random distribution of alkyne functional 

groups along the linear polymer chains. The presence of alkyne groups in the obtained 

polymers was verified and quantified by 
1
H NMR measurements. 

 

Figure 3.1 shows the 
1
H NMR spectra of representative copolymer and terpolymer 

samples. As observed, both the copolymer and the terpolymer samples show a 

well−defined peak at δ = 2.43 ppm corresponding to alkyne C≡CH protons (signal “g”). 

1
H NMR data also showed that alkyne groups did not present significant side reactions 

during ZROP of the alkyne−containing monomer with B(C6F5)3, enabling the 

generation of SCNP precursors with naked alkyne groups. 

 

The specific distribution of the reactive groups along the polymer chain is an important 

parameter in the synthesis of well−defined nanoobjects via chain compaction [56−58]. 

To evaluate the distribution of alkyne groups in the poly(GPgE−co−THF) copolymers 

and poly(THF−GPgE−GPE) terpolymers, we monitored the monomer consumption by 

in situ polymerization 
13

C NMR experiments. The use of in situ 
1
H and 

13
C NMR 

techniques to study the monomer sequence distribution in ring−opening 

copolymerization reactions as well as in living carbanionic and anionic polymerizations 

has been lately developed by Frey and co−workers [59−62]. 
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Concurrent incorporation of comonomers into the growing polymer chain during the 

whole reaction time and the nondeviation from the initial ratio of comonomer feed have 

been explained as to lead to the formation of random copolymers [63]. 

 

 

 

Figure 3.1. 
1
H NMR spectra: (A) poly(THF0.79−co−GPgE0.21) (C1, Table 3.1) and (B) 

poly(THF0.77−GPgE0.10−GPE0.13) (T2, Table 3.1). 

 

 

Barroso−Bujans et al. studied the ZROP of THF and GPE initiated by B(C6F5)3 [48]. In 

this system the composition of the monomers was observed to continually change with 
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time, as determined by in situ 
13

C NMR experiments, suggesting the formation of 

gradient copolymers. It is expected from previous studies [64] that the monomer 

distribution shows a dependence on the monomer feed composition. For that reason, we 

first studied the monomer distribution of equimolar monomer mixtures in the copolymer 

and in the terpolymer, followed by THF−rich monomer mixtures.  

 

Real−time 
13

C NMR spectra for the bulk copolymerization of THF and GPgE, with a 

feed composition of 50/50 mol %, and for the bulk terpolymerization of THF, GPgE, 

and GPE with a feed ratio of 33/33/33 mol % are shown in Figure 3.2. The data show 

that 
13

C NMR signals of monomers are well separated in the spectra and that they are 

not superposed to the signals of the resulting polymer, enabling data quantification. 

Analysis of the integration values allowed the calculation of monomer conversion as a 

function of time. Figure 3.3 shows the evolution of monomer conversion with time for 

the copolymerization (Figure 3.3A,C) and terpolymerization (Figure 3.3B,D) reactions 

with different monomer feed compositions. 

 

Concerning the copolymerization of THF and GPgE with 50/50 mol % feed 

composition, the data in Figure 3.3A show that incorporation of THF in the copolymer 

is slightly faster compared to GPgE and that THF conversion reaches a maximum value 

of 95%, while GPgE is completely consumed. These results suggest the formation of a 

copolymer with random distribution of monomers with a slight gradient composition 

characterized by a higher incorporation of THF at the beginning of the polymerization 

and a higher incorporation of GPgE at the end. The incomplete THF conversion 

suggests that termination or transfer reactions might occur during copolymerization.  
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Figure 3.2. Real−time 
13

C NMR spectra obtained during (A) bulk copolymerization of 

THF and GPgE with a feed composition of 50/50 mol % and (B) bulk terpolymerization 

of THF, GPgE, and GPE with a feed composition of 33/33/33 mol %. *Signals from 

THF moieties in the polymer. 

 

 

On the basis of these results, we cannot accurately calculate the probability for 

incorporation of each monomer, as well as the reactivity ratios, as done by Frey et al. 

[61,62] for living carbanionic copolymerizations, but we can only provide a qualitative 

description of the compositional growth of chains. In the terpolymerization reaction 

with 33/33/33 mol % feed composition (Figure 3.3B), the THF also shows faster 

incorporation, followed by GPgE and GPE, respectively. In this case, the tendency to 

form gradient structures is much higher than in the copolymer, exhibiting a gradient 

profile in the order THF/GPgE/GPE. 
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Figure 3.3. Monomer conversion as a function of time for the ZROP copolymerization 

(A, C) and terpolymerization (B, D) with different monomer feed compositions, as 

obtained by in situ 
13

C NMR experiments (see Experimental Section). 

 

 

Data analysis of real−time 
13

C NMR experiments for feed monomer compositions of 

80/20 mol % of THF/GPgE and 80/10/10 mol % of THF/GPgE/GPE is shown in Figure 

3C,D. The data show that GPgE is completely consumed in about 60 min in both the 

copolymerization and the terpolymerization reactions, whereas the consumption of THF 

is stopped at such reaction time. The conversion of THF is only of 20 mol % in the 

copolymer, whereas it increases to 60 mol % in the terpolymer. Unexpectedly from 

these results, the monomer composition in the obtained polymers after purification  was 

71/29 mol % for poly(THF−co−GPgE) and 80/10/10 mol % for 

poly(THF−GPgE−GPE), suggesting a compositional heterogeneous growth of chains. It 

is likely that GPgE is consumed in parallel reactions to the copolymerization reaction, 

concurrently generating chains with high GPgE content. 
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In the terpolymerization reaction, the monomer consumption indicates the generation of 

statistical chains with a random distribution of monomers up to 20 min of reaction 

followed by a gradient−like consumption of monomers. The identical monomer 

composition in the obtained terpolymer as that in the feed, together with the incomplete 

consumption of THF, suggests that GPgE and GPE are likely consumed in parallel 

reactions to generate small chains with high content of GPgE and GPE. In spite of this, 

incorporation of THF in the terpolymer is much more favored than in the copolymer. As 

it will be shown below, the different monomer distribution in the copolymer and in the 

terpolymer has a profound effect on the formation of polyether SCNPs. 

 

3.4.2. Synthesis of Polyether SCNPs via Photoactivated Thiol−Yne Coupling. 
 

The linear poly(THF−co−GPgE) copolymers and poly(THF−GPgE−GPE) terpolymers 

synthesized in this work (Table 3.2) were evaluated as precursors for the synthesis of 

polyether SCNPs via photoactivated thiol−yne coupling (TYC). The photoactivated 

TYC reaction was carried out by working at appropriate dilution conditions (0.5 

mg/mL) in the presence of 3,6−dioxa−1,8−octanedithiol (DODT) as homobifunctional 

cross−linker and 2,2−dimethoxy−2−phenylacetophenone (DMPA) as photoinitiator. 

 

Figure 3.4 illustrates SEC/MALLS traces of the copolymer poly(THF0.79−co−GPgE0.21) 

and the terpolymers poly(THF0.77−GPgE0.10−GPE0.13) and 

poly(THF0.62−GPgE0.18−GPE0.20) before and after the TYC reaction. Also included in 

this figure are the absolute molecular weight vs retention time curves for the precursors 

and SCNPs. 
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Figure 3.4. SEC/MALLS traces of copolymer poly(THF0.79−co−GPgE0.21) (A) and 

terpolymers poly(THF0.77−GPgE0.10−GPE0.13) (B) and poly(THF0.62−GPgE0.18−GPE0.20) 

(C) before (red lines) and after (blue lines) the TYC reaction. Dashed lines are the 

corresponding curves of absolute molecular weight vs retention time. 

 

 

All our attempts to produce polyether SCNPs from the poly(THF−co−GPgE) 

copolymers (Table 3.2) via photoactivated TYC failed, as no shift could be observed in 

the SEC/MALLS traces (see Figure 3.4A). We attribute this failure to the specific 

monomer distribution in the poly(THF−co−GPgE) copolymers and the compositional 

heterogeneous growth of chains, which according to 
13

C NMR data (Figure 3.3C) is far 

from being a statistical one. Gradient−like copolymers highly enriched in GPgE at one 

of the extremes of the chain would be formed, presumably leading to only very local 

compaction upon TYC and, hence, to tadpole−like instead of SCNP structures. 

Conversely, poly(THF−GPgE−GPE) terpolymers synthesized via ZROP (Table 3.2) 

provide polyether SCNPs upon UV irradiation at λ = 300−400 nm for 160 min, causing 

a significant shift of the SEC/MALLS traces towards longer retention times (Figure 

3.4B,C) and a reduction of the hydrodynamic radius (Tables 3.2 and 3.4). 

 

The formation of the polyether SCNPs via TYC was accompanied by the disappearance 

of the vibration band located at 3240 cm−1 (≡C−H stretching), as clearly observed by 
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comparison of the FTIR spectra of the terpolymer and the SCNPs (Figure 3.5A). The 
1
H 

NMR spectrum also revealed the disappearance of the ≡CH peak and the presence of 

new peaks from the methylene protons of the DODT cross−linker (Figure 3.5B). The 

degree of cross−linking of the SCNPs prepared from terpolymers containing 10 and 18 

mol % of GPgE was found to be 71 and 98%, respectively. 

 

 

Figure 3.5. (A) Comparison of the FTIR spectra corresponding to the terpolymer 

P(THF0.77−GPgE0.10−GPE0.13) (red trace) and SCNPs (green trace), showing the 

disappearance of the vibration band located at 3240 cm
−1

 (≡C−H stretching) upon 

SCNP formation via photoactivated TYC. (B) 
1
H NMR spectrum of the SCNPs 

showing the disappearance of the ≡CH protons and the appearance of new peaks arising 

from the methylene protons of the DODT cross−linker. 

 

 

A significant shift in the SEC chromatograms (Figure 3.4B,C) was observed upon 

polyether SCNP formation, when compared to the SEC traces of the corresponding 

linear precursors. This shift can be quantified by means of the value of apparent 

molecular weight at the peak maximum (Mp
app

) calculated from the molecular weight vs 

retention time curve of the linear precursor. As an example, terpolymer 

poly(THF0.77−GPgE0.10−GPE0.13) displaying a value of Mp = 42.6 kDa showed a value 
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of Mp
app

 = 23.5 kDa upon SCNP formation. However, the actual value of Mp, as 

determined by the MALLS detector, was 43.9 kDa pointing to a successful formation of 

SCNPs. In fact, hydrodynamic data recorded via online SEC/VI revealed a reduction in 

RH at the peak maximum from 6.5 nm, corresponding to the 

poly(THF0.77−GPgE0.10−GPE0.13) precursor, to 5.2 nm for the SCNPs (Tables 3.2 and 

3.4). A similar trend was observed for the terpolymer poly(THF0.62−GPgE0.18−GPE0.20) 

having a higher content of alkyne functional groups (see Table 3.3). 

 

More insight about the effect of the terpolymer composition on the hydrodynamic 

properties of the polyether SCNPs was obtained by analyzing the dependence of the 

intrinsic viscosity on the absolute molecular weight, as determined by SEC with triple 

(RI/MALLS/VI) detection. Mark−Houwink−Sakurada (MHS) plots for the terpolymer 

precursors and the corresponding SCNPs are shown in Figure 3.6. The corresponding 

values of the exponent a (MHS equation, log[η] = KηM
a
) are also included for 

comparison. 

 

As can be seen in Figure 3.6, for a given value of molecular weight, a significant 

reduction in intrinsic viscosity is observed upon SCNP formation. This reduction is 

higher for the terpolymer having a higher content of alkyne functional groups. Both 

terpolymer precursors showed a similar dependence of [η] on M, with a = 0.52. The 

exponent in the MHS equation can be related to the exponent ν from the dependence of 

the hydrodynamic radius on M (RH = KH M
ν
), by means of the following expression: a = 

3ν − 1. Consequently, for chains in good (ν ≈ 0.6) and theta (ν ≈ 0.5) solvents, values of 

a = 0.8 and a = 0.5 are expected, respectively, whereas for individual globules (ν ≈ 0.33) 

a value of a = 0 is predicted. According to the values of a reported in Figure 3.6, the 
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terpolymer precursors in THF at 30 °C behave as chains in a theta solvent (ν = 0.51), 

whereas the polyether SCNPs show more compact conformations in solution under such 

conditions. SCNPs from precursors poly(THF0.77−GPgE0.10−GPE0.13) and 

poly(THF0.62−GPgE0.18−GPE0.20) show ν = 0.48 and ν = 0.43, respectively, pointing to 

the relatively sparse conformations of these SCNPs in solution [65]. 

 

 

Figure 3.6. Mark−Houwink−Sakurada (MHS) plots for 

poly(THF0.77−GPgE0.10−GPE0.13) (open green circles) and 

poly(THF0.62−GPgE0.18−GPE0.20) (solid green circles) precursors and the corresponding 

SCNPs (open red circles and solid blue circles, respectively). Values of the a exponent 

according to the MHS equation log[η] = Kη M
a
 are given. 

 

 

As reported for many other SCNP systems, a globular conformation was observed by 

TEM upon solvent removal (Figure 3.7). The high contrast provided by the 

electron−rich sulfur atoms present in the polyether SCNPs reveals the quasispherical 

shape of the nanoparticles in the dry state, with an average diameter of ca. 12 ± 3 nm. 

 



Chapter 3: Synthesis of Polyether SCNPs 

77 
 

 

Figure 3.7. TEM picture illustrating the morphology in the dry state of polyether 

SCNPs prepared from the terpolymer poly(THF0.77−GPgE0.10−GPE0.13) via 

photoactivated TYC. 

 

 

Finally, the thermal properties of the polyether SCNPs were investigated. The polyether 

SCNPs were found to be rubbery materials at room temperature, displaying no sign of 

crystallinity. Figure 3.8 shows the DSC traces of the terpolymer 

poly(THF0.77−GPgE0.10−GPE0.13) and the corresponding SCNPs in the temperature 

range where the glass transition was observed. Intrachain cross−linking produces a 

significant increase in the glass transition temperature (Tg), from −62.5 °C for the 

terpolymer to −55.0 °C for the SCNPs, which is in good agreement with theoretical 

expectations (i.e., reduction of the overall mobility leads to higher Tgs). However, due 

to the heterogeneity introduced by the intrachain cross−linking process, a significant 

broadening of the glass transition was observed when compared to that of the 

terpolymer precursor. 
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Figure 3.8. DSC traces corresponding to polyether SCNPs (blue trace) prepared from 

the terpolymer poly(THF0.77−GPgE0.10−GPE0.13) (red trace) via photoactivated TYC. 

 

 

3.5. Conclusions 

 

In this Chapter a useful synthetic strategy for the facile synthesis of polyether SCNPs is 

reported. Merging of zwitterionic ROP and photoactivated TYC allows the construction 

of polyether SCNPs from poly(THF−GPgE−GPE) terpolymers with high THF content 

via chain compaction, as revealed by a combination of techniques including SEC with 

triple detection, FTIR spectroscopy, 
1
H NMR spectroscopy, TEM, and DSC. 

Conversely, SCNP formation was not observed from poly(THF−co−GPgE) copolymers 

under identical TYC conditions due to the different monomer sequence distribution in 

these copolymers when compared to that in the terpolymer. These monomer sequence 

distributions were elucidated by kinetic experiments via real−time 
13

C NMR 

spectroscopy. During SEC experiments in THF at 30 °C, poly(THF−GPgE−GPE) 

terpolymers were found to behave as chains in a theta solvent (ν = 0.51), whereas the 



Chapter 3: Synthesis of Polyether SCNPs 

79 
 

polyether SCNPs showed more compact conformations under identical conditions (ν = 

0.48 and ν = 0.43 for SCNPs prepared from poly(THF0.77−GPgE0.10−GPE0.13) and 

poly(THF0.62−GPgE0.18−GPE0.20) terpolymers, respectively), far from the compact 

conformation expected for globular nano−objects (ν = 0.33). Upon solvent removal, the 

nanoparticles were observed as quasi−spherical nano−objects by TEM. Although 

intrachain cross−linking via TYC produces a significant increase in the glass transition 

temperature of the nanoparticles when compared to that of the precursor, the polyether 

SCNPs were found to be amorphous materials showing a glass transition temperature 

well below 0 °C. 
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4.1. Introduction 

 

Cyclotides are cyclized peptides stabilized by intra-ring disulfide bonds, typically 

composed of only 30-40 amino acids [1]. Peptides containing a cyclic backbone are 

ubiquitous in nature and are found in bacteria, fungi and plants as well as animals [2]. 

Generally, N- to C-terminally cyclized peptides display enhanced stability against 

enzymatic degradation by proteases, as well as a variety of biological activities 

including cytotoxicity or antimicrobial, insecticidal and hemolytic activity [3]. Some 

cyclotides are able to cross human cell membranes [4, 5]
 
and are able to target protein-

protein interactions efficiently in animal models [6]. 

Due to their small size and pharmaceutical potential, many native and engineered 

cyclotides have recently been synthesized by chemical methods using solid-phase 

peptide synthesis techniques combined with intramolecular native chemical ligation 

methods [7, 8]. Similarly, some specific multi-cyclic polymer constructions have been 

reported by employing nonlinear telechelic precursors having reactive groups at 

predefined positions [9-11]. However, mimicking the compact, hierarchical (multi-ring) 

structure found in naturally occurring cyclotides with simple synthetic polymers 

remains highly challenging. 

Several strategies have been explored trying to mimic (at a fundamental level) the 

folding of a natural non-cyclized polypeptide to its native, functional conformation as 

observed e.g. in enzymes [12-15]. Among them, the formation of single-chain 

nanoparticles (SCNPs) via intra-chain cross-linking at high dilution to promote chain 

collapse in synthetic precursor polymers has shown to be one such promising approach 

[16-27]. It is worth noting that polymer folding from synthetic polymer precursors 
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proceeds via the random linking of the reactive pendant units along the polymer 

precursor chain, and hence the product inevitably entails structural heterogeneity.  

As mentioned in Chapter 1, SCNPs are currently attracting significant interest for 

nanomedicine [28-32] and biomimetic catalysis applications [33-41]. However, 

conventional SCNPs synthesized from simple linear synthetic precursor polymers often 

display a sparse, non-globular conformation in solution, as revealed by neutron 

scattering experiments and molecular dynamics (MD) simulations [42]. We 

hypothesized that similar to the case of cyclotides, a higher compaction degree would be 

obtained by starting from cyclic synthetic polymers instead of linear ones. In particular, 

cyclization is expected to enhance intra-chain cross-linking between distant functional 

groups during collapse, hence, leading to an improved overall compaction degree. 

Interestingly, such an expectation is supported by very recent MD simulations by 

Formanek and Moreno [43].  

 

4.2. Objectives 

 

The aim of this project is to synthesize single-ring nanoparticles (SRNPs)  as a new class 

of natural cyclotide mimetics at high dilution starting from simple synthetic precursor 

polymers. 

Although we attempted several synthetic routes prior to obtaining a satisfactory 

outcome, in this Chapter I will focus on the one that gave us access to SRNPs: a three-

step folding-activation-collapse process started with copolymers of styrene and 

chloromethylstyrene (Scheme 4.1).  
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The initial folding step will be carried out by a photoactivated hetero Diels-Alder 

(HDA) ring-closing reaction, which will trigger chain compaction of the individual 

precursor polymer chains. The subsequent activation step comprises a simple azidation 

procedure, whereas the final collapse step is driven by CuAAC in the presence of an 

external cross-linker, providing additional compaction to the final single-ring 

nanoparticles (SRNPs).  

The unique structure and compaction degree of the SRNPs will be established via a 

detailed comparison with conventional single-chain nanoparticles (SCNPs) prepared 

exclusively by chain collapse from the exact same precursor polymer (without the 

prefolding step).  

The obtained compounds will be characterized by different techniques, including size 

exclusion chromatography (SEC), 
1
H NMR spectroscopy, Fourier transform infrared 

(FTIR) spectroscopy and UV/Vis spectroscopy. 

 

 

Scheme 4.1. Schematic illustration of the synthesis of poly(S-r-CMS) SRNPs 

mimicking natural cyclotides. 
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4.3. Experimental part 

 

4.3.1. Materials 

Styrene (≥ 99%) and 4-chloromethylstyrene (90%) were purchased from Sigma-

Aldrich, passed  through a column (≈ 3 cm) of neutral alumina and stored at 4ºC prior to 

use.  Copper (I) bromide (98 %, Aldrich) was purified following the Keller and Wycoff 

method: it was washed five times with 20 mL of glacial acetic acid, then three times 

with 30 mL of absolute ethanol (≥ 99.8%, Aldrich) and finally six times with 15 mL of 

anhydrous ether. The product was dried at 80 °C in vacuum for 2 hours and stored in a 

glovebox with argon atmosphere. Methanol (reagent grade, Scharlab), hexane (99%, 

Aldrich), acetonitrile (ACS reagent, ≥ 99.5% , Aldrich), diglycolic acid (98%, Aldrich), 

propargylamine (98%, Aldrich), HBTU (≥ 99.0%, Aldrich), dichloromethane 

(anhydrous, ≥99.8%, Aldrich), sodium azide (ReagentPlus, ≥ 99.5%, Aldrich), N,N’-

dimethylformamide (DMF) (anhydrous, ≥ 99.8%, Aldrich), L-ascorbic acid (crystalline, 

≥ 99%, Aldrich), N,N,N’,N´´,N´´-Pentamethyldiethylenetriamine (PMDETA) (99%, 

Aldrich), toluene (anhydrous, 99.8%, Aldrich) and tetrahydrofuran (anhydrous, Acros) 

were used as received. 

 

4.3.2. Preparation of the Photoreactive RAFT Agent CEFB 

The photoreactive RAFT agent 2-((4-Cyano-4-((phenylcarbonothioyl)thio)pentanoyl) 

oxy)Ethyl 4-((2-Formyl-3-methylphenoxy)methyl) Benzoate (CEFB) (Scheme 4.2) was 

synthesized following the procedure reported by Junkers et al. [44].  
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Scheme 4.2. Chemical structure of photoreactive RAFT agent CEFB. 
 

4.3.3. Synthesis of the difunctional cross-linker 2,2'-oxybis(N-(prop-2-yn-1-

yl)acetamide) (BPAM) 

Diglycolic acid (400 mg, 2.96 mmol, 1.0 eq.), propargylamine (0.57 mL, 8.89 mmol, 

3.0 eq.), HBTU (3.39 g, 8.93 mmol, 3.0 eq.) and N,N-Diisopropylethylamine (0.56 mL, 

3.24 mmol, 1.1 eq.) were dissolved in 10 mL of dichloromethane and stirred under 

argon at ambient temperature for 24 h. All volatile compounds were removed under 

reduced pressure at 40 °C and the crude product was purified via column 

chromatography over SiO2 (EtOAc/CHCl3 : 1/1  EtOAc/CHCl3/MeOH : 4.5/4.5/1, Rf 

= 0.05) yielding the product as a white solid (270 mg, 1.29 mmol, 44%, Scheme 4.3). 

1
H NMR (600 MHz, DMSO-d6) (Figure 4.1) δ = 8.47 (t, J = 5.8 Hz, 2H, c), 3.97 (s, 4H, 

d), 3.93 (dd, J = 5.8, 2.5 Hz, 4H, b), 3.12 (t, J = 2.5 Hz, 2H, a). 

 

Scheme 4.3. Chemical structure of difunctional cross-linker BPAM. 
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Figure 4.1. 
1
H NMR spectrum of BPAM in DMSO-d6. 

 

 

4.3.4. Preparation of precursor polymer 1 

Poly(styrene-r-chloromethylstyrene), poly(S-r-CMS) 1, was synthesized via thermal 

polymerization without the involvement of an external radical initiator compound. In a 

typical procedure, styrene (3 mL, 26.1 mmol), 4-chloromethylstyrene (0.65 mL, 4.6 

mmol) and CEFB (23 mg, 0.1 mmol) were mixed in a 25 mL rounded bottom flask 

covered with aluminium foil and equipped with a septum cap. The mixture was purged 

with argon for 20 minutes and stirred for 2 h at 110 ⁰C in a silicon bath. The resulting 

crude product was precipitated three times in cold hexane, yielding a pink powder (1, 

295 mg, 9 % yield, Mn = 6.7 kDa, Ð = 1.05, CMS content = 41 mol %). The presence of 

the photoreactive RAFT agent in polymer 1 was confirmed by 
1
H-NMR spectroscopy 

(see Figure 4.2). 
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Figure 4.2. 
1
H NMR spectrum of precursor polymer 1 in CDCl3. 

 

4.3.5. Preparation of cyclic polymer 2 – (“Folding” Step I) 

In a typical synthesis of cyclic polymer 2 (Scheme 4.4), 10 mg of 1 were dissolved in 

500 mL of a mixture of degassed acetonitrile/dichloromethane (2:1) in a rounded 

bottom flask with septum cap. After purging the system with argon for 1 hour, it was 

introduced in a photoreactor equipped with 6 UV-lamps (λmax = 320 nm) and it was left 

reacting for 2 hours. The solvent mixture was evaporated at reduced pressure and the 

product was precipitated in cold methanol and dried at 60 ⁰C in a vacuum oven. The 
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cyclic polymer 2 was obtained as a white powder (9.4 mg, 94% yield, Mn = 5.8 kDa, Ð 

= 1.08). 

 

Scheme 4.4. Schematic illustration of the Folding step I. 

 

4.3.6. Preparation of activated cyclic polymer 3 – (“Activation” Step II) 

Azidation of 2 was performed by dissolving 30 mg of 2 and 9.5 mg of sodium azide 

(0.15 mmol, 2 eq.) in DMF (1.2 mL) in a 6 mL vial. The mixture was left stirring at 

room temperature for 24 h. The crude product was precipitated in a mixture of 

H2O/methanol (1:1), yielding the activated product 3 as a white powder (26 mg, 87% 

yield, Mn = 5.8 kDa, Ð = 1.08). 

For the synthesis of conventional single-chain nanoparticles (SCNPs) as a reference 

material, the same procedure was followed to synthesize the activated product 1´ 

starting directly from 1. 
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Scheme 4.4. Schematic illustration of the Activation step II. 

 

4.3.7. Synthesis of Single-Ring Nanoparticles 4 – (“Collapse” Step III) 

Single-ring nanoparticles (SRNPs) 4 (Scheme 4.5) were synthesized from the activated 

cyclic polymer 3 via CuAAC click chemistry-induced collapse. In a typical procedure, 3 

(10 mg), BPAM (3.5 mg, 1.3 N3 eq.), CuBr (1.8 mg, 0.5 N3 eq.), L-ascorbic acid (2.2 

mg, 0.5 N3 eq.) and PMDETA (2.7 μL, 0.5 N3 eq.) were dissolved in 20 mL of a mixture 

of DMF and toluene (1:1) in a 100 mL rounded bottom flask. The mixture was purged 

with argon for 1 hour and it was left under stirring at 80 ⁰C in an oil bath for 48 hours. 

The catalysts were removed by extraction with a saturated solution of ammonium 

chloride. The organic phase was dried with magnesium sulfate. After evaporating the 

solvents at reduced pressure, SRNPs 4 were precipitated twice in cold methanol (3.2 

mg, Mn = 4.8 kDa, Ð = 1.25). 

Conventional SCNPs 5 were synthesized from 1´ following the same procedure (3.7 

mg, Mn = 6.9 kDa, Ð = 1.23). 
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Scheme 4.5. Schematic illustration of the Collapse step III. 

 

4.4. Results and discussion 

 

4.4.1. Synthetic access to Single-Ring Nanoparticles  

As precursor polymer of SRNPs, copolymer 1 (Figure 4.2) was synthesized by means of 

reversible addition fragmentation chain transfer (RAFT) polymerization in bulk at 

110 °C using ((4-cyano-4-((phenylcarbonothioyl)thio)pentanoyl)oxy)ethyl4-((2-formyl-

3-methylphenoxy)methyl)benzoate (CEFB) as a difunctional photoreactive chain 

transfer agent. RAFT polymerization was used to install the two functionalities, i.e. an 

α-methylbenzaldehyde and a dithioester function, within one photoreactive RAFT agent 

as chain-ends in copolymer 1.  

 

Poly(styrene-random-chloromethylstyrene), poly(S-r-CMS), copolymers were targeted 

with variable number weight-average molecular weight (Mn = 4.5 – 6.7 kDa), CMS 
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contents (y) and narrow molecular weight distributions (Ð = 1.05 – 1.08). In the 

following, we show the results obtained for a representative P(S-r-CMS) copolymer 

containing ≈ 55 monomers per chain (1: Mn=6.7 kDa, y=41% and Ð=1.05).  

 

 

Scheme 4.3. Schematic illustration of the synthetic route towards single-ring 

nanoparticles (SRNPs) as cyclotide mimetics by a stepwise folding-activation-collapse 

process. 

 

 

Ring-closing of 1 (“folding” step I in Scheme 4.3) was carried out via a photo-induced 

hetero Diels-Alder (HDA) reaction [45] at room temperature and high dilution (0.02 

mg mL
-1

) in a mixture of acetonitrile and dichloromethane (v/v=2/1). UV irradiation at 

λmax = 350 nm for 2 h induced the rearrangement of the α-methylbenzaldehyde end-

groups of 1 to active ortho-quinodimethanes that react under high dilution with the 

corresponding dithioester end-groups via an intramolecular HDA cycloaddition.  

 

The success of the photoinduced ligation was confirmed by 
1
H-NMR, UV/Vis 

spectroscopy and SEC. Upon ring-closure, complete disappearance of the 
1
H-NMR 
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resonances associated with the α-methylbenzaldehyde end-group of 1 (a, b and c in 

Figure 4.3A) and the appearance of a new resonance centered at ca. 5.2 ppm, attributed 

to proton a´ in the HDA cycloadduct (Figure 4.3B), were observed. In addition, the UV-

vis spectrum of 2 was found to lack the intense peak associated with the characteristic 

π-π* transition of the thiocarbonyl moiety, indicating the successful formation of the 

HDA cycloadduct [45] (Figure 4.3C).  

 

Quantification of the intramolecular ring-closing reaction was carried out by size 

exclusion chromatography (SEC), which is highly sensitive to the presence of 

impurities of high molecular weight arising from intermolecular coupling reactions [46].  

 

Figure 4.3. A) 
1
H NMR resonances (a, b, c; δ = 10.7, 2.5 and 5.1 ppm) associated with 

the α-methylbenzaldehyde end-group of the linear precursor polymer 1. B) 
1
H NMR 

spectrum of 2 indicating the disappearance of the α-methylbenzaldehyde signals and the 
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appearance of a new resonance (a´, δ = 5.2 ppm) associated to the hetero Diels-Alder 

(HDA) cycloadduct. C) UV/Vis spectrum of 1 and 2 assessing the disappearance of the 

characteristic π-π* transition band of the thiocarbonyl moiety. D) Folding of 1 is 

accompanied by chain compaction as observed by a significant increase in SEC elution 

volume (number distribution shown). Note the presence of a very small amount of 

impurities at high molecular weight in the raw sample arising from secondary 

intermolecular coupling reactions.  

 

As expected, folding of the linear synthetic precursor polymer via ring-closure was 

accompanied by significant chain compaction as observed by an increase in SEC elution 

volume decreasing the apparent peak molecular weight (MP
app

) 7.1 kDa to 5.8 kDa 

(refer to Figure 4.3D). 

 

Functionalization of 2 (i.e. “activation” step II in Scheme 4.3) was carried out by 

nucleophilic substitution of the chloride groups in the CMS moieties with sodium azide, 

yielding 3, which is active towards copper (I)-catalyzed azide-alkyne cycloaddition 

(CuAAC) reactions [47, 48]. The success of this reaction was confirmed by 
1
H-NMR 

and infrared (IR) spectroscopy (see Figure 4.4). Upon azidation of 2, the 
1
H-NMR 

signal associated to the methylene protons d shifted from 4.4 ppm to 4.1 ppm (see 

Figure 4.4A,B), whereas a new intense vibration band centered at ν = 2095 cm
-1

 was 

observed in the IR spectrum of 3 (Figure 4.4C) corresponding to stretching vibrations of 

the azide moiety. In this case, a precise quantification of the reaction yield by 
1
H-NMR 

spectroscopy was not possible due to a significant resonance overlap with methylene 

protons of –O–CH2– moieties, although a visual comparison of Figure 4.4A and B 

suggests a high degree of azidation. 
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Figure 4.4. A) 
1
H NMR signal d associated to methylene protons in the chloromethyl 

moieties of 2. B) Upon azidation of 2 (“activation” step II), a shift of resonance d 

centered at 4.4 ppm to 4.1 ppm occurs. C) IR spectrum of 3 showing the characteristic 

band associated to stretching vibrations of the azide moiety. 

 

The final compaction step III to afford SRNPs from 3 was driven by copper (I)-

catalyzed azide-alkyne cycloaddition (CuAAC) [47, 48] in the presence of 2,2'-

oxybis(N-(prop-2-yn-1-yl)acetamide) (BPAM) as external difunctional cross-linker. 

The success of the collapse reaction was assessed by 
1
H-NMR spectroscopy and IR 

spectroscopy (Figure 4.5).  

 

Figure 4.5. A) Characteristic
 1

H NMR resonances (d´´, e) from single-ring 

nanoparticles, SRNPs 4, prepared from 3. B) IR spectrum of SRNPs 4 showing 

characteristic vibration bands corresponding to the carbonyl and amine groups (-C=O, 

=N-H) of the cross-linker moieties and C-H groups of the triazole rings formed upon 

intrachain CuAAC reaction (~3139 cm
-1

). 
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Upon CuAAC reaction, a shift of the 
1
H-NMR signal associated with the methylene 

protons d´ was observed from 4.1 ppm to ≈ 3.9 ppm. In addition, a new resonance 

centered at 3.2 ppm appeared in the 
1
H-NMR spectrum that we attribute to the 

methylene protons e protons within the cross-linker moiety. Complementary, the IR 

spectrum of SRNPs 4 (Figure 3B) shows characteristic vibrational bands from carbonyl 

and amine groups of the cross-linker moieties, the total absence of the characteristic 

azide band (~2095 cm
-1

) and a new IR vibration band (~3139 cm
-1

) arising from -C-H 

groups of the triazole rings formed upon intrachain CuAAC reaction [49].  

 

4.4.2. Impact of the cyclic precursor structure on the single-chain collapse 

SEC was employed to determine the compaction degree of the final SRNPs 4 as well as 

to quantify the selectivity of the intramolecular ring formation and single-chain collapse 

[50, 51]. As a measure of the compaction degree, we exploit the shrinking factor 

defined as ⟨G⟩ = MP
app

/MP, where MP
app

 is the SEC peak molecular weight after 

compaction and MP is the SEC peak molecular weight before compaction. The 

photochemical cyclization of 1 to 2 led to a shrinking factor of ⟨G⟩1-2 = 5.8 kDa / 7.1 

kDa = 0.82 (Figure 4.3D) and a high selectivity for the intramolecular reaction, which is 

in excellent agreement with previously reported data [52, 53].  

 

After the substitution of the chloride moieties with sodium azide, no significant change 

in the SEC chromatogram was observed between 2 and 3. Conversely, collapse to 

SRNPs 4 gave ⟨G⟩2-4 = 4.3 kDa / 5.8 kDa = 0.74. The overall shrinking factor from 1 to 

SRNPs 4 was found to be ⟨G⟩1-4 = 0.61 (Figure 4.6B). For comparison, synthesis of 

conventional SCNPs 5 from 1 without involving the folding step, yet applying identical 

reaction conditions as for the collapse of the cyclic precursor 4 (Figure 4.6A), provided 
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with an overall shrinking factor ⟨G⟩1-5 = 6.2 kDa / 7.1 kDa = 0.87 (Figure 4.6C). The 

rather different overall shrinking factor of SRNPs compared to SCNPs is thus an 

indication of the unique structure and compaction degree of SRNPs as cyclotide 

mimetics. While the collapse reaction occurs unselectively between the azide groups 

along the polymer chain, the initial cyclization is limited to the chain ends of the 

polymer.  

 

Consequently, the CuAAC reaction can occur between groups which are prealigned 

within the polymer coil in solution, leading to a limited compaction, while the initial 

cyclization affords a distinct rearrangement of the chain, resulting in a larger degree of 

compaction upon cyclization and final collapse. As evident in Figure 4.6B and C, the 

final collapse leads to some limited intermolecular crosslinking for both SRNPs 4 and 

SCNPs 5 (approximately 15% of chains).  

Whether the intermolecular impurities present were due to the use of the CuAAC 

reaction during the collapse step or due to the chain stiffness of the synthetic precursor 

polymer employed remains, however, to be elucidated with other combinations of 

precursor polymer and collapse chemistry. 
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Figure 4.6. A) SEC chromatograms showing the number distribution corresponding to 

the formation of SRNPs 4 from 1 via the stepwise folding-activation-collapse process. 

B) SEC chromatograms of the synthesis of conventional SCNPs 5 from 1 without 

involving the folding step I in Scheme 1.  
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4.5. Conclusions 

 

In this Chapter a class of natural cyclotide mimicking single-ring nanoparticle was 

introduced based on a stepwise folding-activation-collapse process at high dilution, 

starting from functional synthetic precursor polymers, prepared by RAFT 

polymerization in the presence of a difunctional photoreactive chain transfer agent.  

 

The initial folding step was carried out by means of a photoactivated hetero Diels-Alder 

(HDA) ring-closing reaction with excellent selectivity towards the intramolecular 

pathway. As subsequent activation step, a simple but highly efficient azidation 

procedure was employed to render the precursor polymer active towards click chemistry 

procedures. The final collapse step leading to SRNP formation was driven by the 

CuAAC reaction in the presence of an external dialkyne cross-linker compound.  

 

The unique structure and compaction degree of the SRNPs as cyclotide mimetics was 

revealed by their significantly higher shrinking factor, ⟨G⟩ = 0.61, when compared to 

that of conventional SCNPs, ⟨G⟩=0.87, synthesized from exactly the same precursor 

polymer but without involving the first folding step.  
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5.1. Introduction 

 

As mentioned in the previous sections, single-chain nanoparticles (SCNPs) are versatile 

folded/collapsed soft nano-objects of ultra-small size (3-20 nm) synthesized from 

single-chain precursors [1-12]. Significant effort has been spent in last years to endow 

SCNPs with useful and bioinspired applications [13-25]. In recent years, in addition to 

the preparation of permanent, covalent-bonded SCNPs an increasing interest in the 

development of stimuli-responsive SCNPs constructed via reversible interactions has 

been generated [2-9, 11].  

 

Non-covalent bonded SCNPs via hydrogen bonding interactions were synthesized in a 

pioneering work by Hawker, Kim and co-workers [26]. Significant advances in the field 

were carried out by Palmans, Meijer et al. by utilizing ureido-pyrimidinone (UPy) 

dimerization [27-30] and benzene-1,3,5-tricarboxamide (BTA) helical stacking [22, 31-

37] as intra-chain reversible interactions. Recently, intramolecular quadruple hydrogen 

bonding interactions have been employed by Pu et al. [38] to obtain reversible SCNPs. 

Host-guest interactions involving a cucurbit[8]uril cage compound were exploited by 

Scherman and coworkers [39] to produce responsive SCNPs based on ternary complex 

formation between cucurbit[8]uril (host) and viologen and naphtyl moieties (guests). 

More recently, voltage-responsive SCNPs have been prepared by Pu et al. [40] via 

cyclodextrin-ferrocene host-guest interactions. Concerning reversible covalent bonds, 

dynamic covalent SCNPs were synthesized by Murray and Fulton [41] in a pioneering 

work utilizing hydrazone reversible bonds. SCNPs prepared via reversible disulfide 

bridges were reported by Berda and coworkers [42]. Recently, redox-responsive SCNPs 

have been constructed by Thayumanavan et al. [43] via intra-chain disulfide exchange 
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reactions. pH-responsive SCNPs were synthesized by Fulton, Pomposo and co-workers 

[44] by exploiting dynamic covalent enamine bonds. Recently, Barner-Kowollik and 

colleagues reported dynamic covalent single-chain nanoparticles based on hetero Diels-

Alder chemistry [45]. Coumarin and anthracene photodimerization reactions were 

introduced by Zhao et al. [46] and Berda et al. [47], respectively, for the construction of 

UV-light responsive SCNPs. Concerning metal complexation, several strategies have 

been developed to synthesize Ru- [22], Rh- [48], Cu- [49-52], Pd- [53], Ir-/Ni- [54] and 

Fe- [55] containing SCNPs. All the above reversible SCNPs can be disassembled by 

means of one or several appropriate stimuli (e.g., temperature increase, addition of 

competitive host compounds, pH decrease/increase, redox potential changes). 

 

More complex reversible SCNP systems have been constructed based on triblock and 

tetrablock copolymers. Hence, Weck and co-workers have prepared single-chain 

hairpins based on triblock ABC copolymers using multiple p-p stacking interactions 

between phenyl and pentafluorophenyl residues of the A and C blocks, respectively 

[56]. Reversible SCNPs that unfold in a stepwise manner by chemically triggered gates 

have been reported by Barner-Kowollik and co-workers based on tetrablock ABCD 

copolymers using the combination of host-guest complexation between benzo-21-

crown-7 with secondary ammonium salts and Hamilton-wedge / cyanuric acid hydrogen 

bonding interactions [57].  

 

For covalent-bonded (irreversible) SCNPs, a detailed analysis of the size reduction upon 

SCNP formation was previously carried out [58]. The analysis revealed that, in general, 

permanent SCNPs in solution adopt open, sparse morphologies resembling those typical 

of intrinsically disordered proteins, instead of compact globule morphologies [59]. A 
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similar in-depth analysis of size reduction for SCNPs constructed via reversible bonds 

has not yet been performed.  

 

5.2. Objectives 

 

In this work, we use a Flory-like argument to obtain a simple expression providing the 

expected size reduction upon folding single chains of size R0 to SCNPs of size R via 

reversible interactions (Figure 5.1). Subsequently, we perform a comparison of the 

predicted size reduction to extensive experimental data (72 SCNPs, 22 reversible 

interactions) taken from the literature concerning SCNPs constructed via reversible 

bonds.  

 

Figure 5.1. Scheme of the size reduction of a polymer chain of size 2R0 upon reversible 

SCNP formation. 

 

The overall agreement between theoretical and experimental data is excellent, hence 

allowing a valuable a priori estimation of the size reduction upon folding single chains 

to single-chain nanoparticles via reversible interactions. In addition, a comparison of the 

level of chain compaction between reversible and irreversible SCNPs of the same 

nature, molar mass and amount of reactive groups is performed. 

 

x

R = R0 (1-x)0.6

Fraction of      =

2R0

2R
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5.3. Results and discussion 

 

Table 5.1 summarizes the relevant data for the different 72 responsive SCNPs (22 

different types of reversible interactions) that we are considering in this work. As it is 

described in the corresponding references and compiled in Table 5.2, all these SCNPs 

were synthesized under the following conditions: (i) good solvent conditions; (ii) high 

dilution (≤ 1 mg/mL) far below the overlap concentration c*, where c* is typically in 

the range  30-100 mg/mL; (iii) reversible crosslinking interactions. 

Under these conditions, the formation of intermolecular aggregates is statistically very 

infrequent because there is not driving force to form them. Unlike in the case of bad 

solvent conditions, in terms of energy there will be no preference for intermolecular 

aggregation that will compensate the associated entropic loss. Anyway, the single-chain 

nature of these nanoparticles was checked by means of different experimental 

techniques (see the corresponding references) as it is summarized in Table 5.2.  

 

Table 5.1 includes the hydrodynamic size for the 72 SCNPs considered. The 

hydrodynamic size of the precursor (RH
SEC

) was calculated according to: RH
SEC

(nm) = 

1.44×10
-2

 Mw
0.561

, which is the recommended expression for estimating the 

hydrodynamic radius based on Mw data from size exclusion chromatography (SEC) in 

tetrahydrofuran (THF) calibrated with PS standards [59]. From the reported apparent 

weight average molecular weight
 
[60] from SEC measurements in THF (Mw

app
), the 

hydrodynamic radius of the SCNP was obtained as RH
SEC

(nm) = 1.44×10
-2

 (Mw
app

)
0.561

. 

Hydrodynamic size data as determined from dynamic light scattering (DLS) 

measurements in THF (RH
DLS

) are also provided in Table 5.1, when available. 
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To derive an expression providing the expected size reduction upon folding single 

chains of size R0 to conventional SCNPs of size R via reversible interactions we follow 

a Flory-like argument [61]. We consider a SCNP in good solvent with a number of 

segments N and segment length b having a fraction of groups x involved in reversible 

bonds (Figure 5.2A). Let us consider that the groups interacting through reversible 

bonds are placed statistically along the SCNP chain. We obtain the free energy of this 

system, FT, by assuming that actually only the non-bonded segments, (1-x)N, contribute 

effectively to the excluded volume, Fexc, and entropic, Fent, terms. Therefore, the Flory 

expression for the free energy
 
[57] is modified as: 

𝐹𝑇

𝑘𝐵𝑇
=

𝐹𝑒𝑥𝑐

𝑘𝐵𝑇
+

𝐹𝑒𝑛𝑡

𝑘𝐵𝑇
 ≈                                     (5.1) 

≈
𝜐(1−𝑥)2𝑁2

𝑅3
+

𝑅2

(1−𝑥)𝑁𝑏2
  

with υ the excluded volume parameter. By minimizing FT with respect to R we obtain: 

𝑅 = (
3

2
)

1

5
 𝜐

1

5 𝑏
2

5(1 − 𝑥)
3

5𝑁
3

5                          (5.2) 

R0 results by putting x = 0 in Equation 5.2: 

𝑅0 = (
3

2
)

1

5
𝜐

1

5𝑏
2

5𝑁
3

5                                       (5.3) 

Finally, from Equations 5.2 and 5.3 we have:  

𝑅 = 𝑅0(1 − 𝑥)0.6                                      (5.4) 
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Implicit in Equation 5.4 is the approximation that, concomitant to SCNP formation, all 

potential intra-chain reversible bonds are formed. This is a good approximation, since 

the fraction of formed bonds should be about [1-exp(-ΔE/kBT)], and the energy scale 

ΔE of the reversible bonds is several tenths the thermal energy kBT. Also, Equation 5.4 

is expected to apply only to SCNPs in which the solvent guarantees an appropriate 

balance between backbone solubility and self-assembly capability of the reversible 

bonds. Experimentally, it its well-known that for SCNP formation via reversible 

interactions, one has to consider the critical balance between backbone solubility and 

self-assembly capability of the reversible bonds (e.g., hydrogen bonding interactions) 

[30]. Consequently, an appropriate solvent polarity must be selected to promote single 

chain folding/collapse versus intermolecular aggregation [32].  

 

Moreover, the assumption of an identical scaling exponent ν = 0.6 for SCNPs (Equation 

5.2) and precursors (Equation 5.3) is valid only if chain compaction takes place mostly 

at the local scale and the global conformation remains self-avoiding. Equation 5.4 is 

expected to suffer from the same type of shortcomings and error cancellations as in 

Flory´s original theory [61]. 
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Table 5.1. Size data for different single-chain nanoparticles (SCNPs) constructed via 

reversible interactions compared to calculated size data from Equation 5.4. 

Precursors SCNPs 

# Type
a
 x

b
 Mw 

(kDa)
c
 

Đ
d
 RH

SEC
 

(nm)
e 
 

RH
DLS

 

(nm)
f
 

Reversible 

Interactions
g
 

SCNP 

Mw
app

 

(kDa)
h
 

RH
SEC

 

(nm)
e
 

RH
CAL

 

(SEC) 

(nm)
i
 

RH
DLS

 

(nm)
f
 

RH
CAL

 

(DLS) 

(nm)
i
 

Ref 

1 PNOR 0.20 321 1.55 17.7 - UPy 

dimerization 

236 14.9 15.5 - - 27 

2 PMMA 0.10 18.5 1.39 3.6 - 

 

14.9 3.2 3.4 - 

 

- 

 

28 

3 0.10 87.9 1.54 8.6 71.8 7.6 8.0 

4 0.15 22.4 1.29 4.0 17.4 3.5 3.6 

5 0.20 82.0 1.40 8.2 62.0 7.0 7.2 

6 0.40 79.0 1.42 8.1 36.0 5.2 5.9 

7 PMMA 0.10 27.9 1.12 4.5 5.0 23.8 4.1 4.2 5.0 4.7 30 

8 0.11 97.1 1.43 9.1 12.6 87.7 8.5 8.5 11.8 11.7 

9 0.08 28.0 1.16 4.5 - 25.6 4.3 4.3 - - 

10 PnBA 0.09 89.6 1.84 8.6 9.3 64.5 7.2 8.1 9.9 8.8 

11 PS 0.12 27.6 1.17 4.5 4.8 22.5 4.0 4.2 4.4 4.4 

12 0.05 33.6 1.17 5.0 6.3 28.4 4.5 4.8 5.7 6.1 

13 PNOR 0.07 71.8 1.26 7.6 7.3 74.6 7.8 7.3 6.3 7.0 

14 PIBMA 0.04 32.6 1.16 4.9 - 

 

30.7 4.7 4.8 - 

 

- 

 

32 

15 0.04 66.3 1.26 7.3 58.4 6.8 7.1 

16 0.04 181.0 1.46 12.8 157.3 11.9 12.5 

17 POEGMA 0.10 81.9 1.37
j 

- 7.7k BTA helical  

stacking 

77.6 - - 7.1 7.2 22 

18 0.10 81.9 1.37
j 

- 7.4l 77.6 - - 6.9 6.9 

19 PMMA 0.05 55.0 1.97 - 6.6m Quadruple  

hydrogen  

bonding 

- - - 

 

6.6m 6.4 38 

20 0.10 41.6 1.67 5.9m 5.7m 5.5 

21 0.15 45.0 1.86 5.8m 5.1m 5.3 

22 0.05 112.9 2.45 7.9m 7.9m 7.7 



Chapter 5: Size Reduction upon Reversible SCNP formation 

120 
 

23 0.10 132.0 2.87 7 6.6m 6.6 

24 PHEAm 0.10 166 1.15 - 

 

 

 

6.8n Cucurbit[8] 

uril 

complexation 

- - - 

 

6.0n 6.4 39 

25 0.10 330 1.24 10.7
n
 9.4

n
 10.1 

26 0.10 593 1.23 12.3n 10.7n 11.5 

27 0.30 245 1.01 9.2n 5.4n 7.4 

28 PHEAm 0.04 71.1 1.21 - 6.5n Cyclodextrin-

ferrocene  

complexation 

- - - 

 

5.1n 6.3 40 

29 0.04 54.7 1.30 5.9n 4.7n 5.7 

30 0.07 90.3 1.36 6.9n 4.4n 6.6 

31 PS 0.20 5.6 1.21 1.8 - Hydrazone  

reversible  

bonds 

4.4 1.6 1.6 - - 

 

41 

32 0.05 6.8 1.18 2.0 6.7 2.0 1.9 

33 0.10 2.0 6.3 1.9 1.9 

34 0.20 2.0 5.6 1.8 1.8 

35 0.30 2.0 5.9 1.9 1.6 

36 0.20 8.5 1.22 2.3 7.4 2.1 2.0 

37 0.20 13.3 1.19 3.0 10.2 2.6 2.6 

38 0.40 16.0 1.17 3.3 12.4 2.8 2.4 

39 0.50 17.3 1.27 3.4 13.9 3.0 2.3 

40 PNOR 0.30 50.1 1.22 4.5o - Disulfide  

reversible 

bonds 

- 3.9o 3.6 - - 42 

41 PHEMA 0.10 95.4 1.24 - 4.9p Disulfide  

exchange 

- - - 4.3p 4.6 43 

42 PMMA 0.30 30.9 1.05 - 3.9 Enamine  

reversible 

bonds 

- - - 

 

2.7 3.1 44 

43 0.30 53.5 1.05 5.3 3.4 4.3 

44 0.30 309.4 1.30 13.9 7.1 11.2 

45 PMMA 0.17 13.8q 1.3q - 2.0 HDA 

reversible 

bonds 

11.7 - - 1.7 1.8 45 

46 PDMAE

MA 

0.08 110.0 1.2 9.7 - Coumarin  

dimerization 

74.0 7.8 9.2 - - 46 

47 0.13 104.0 1.2 9.4 - 75.0 7.8 8.6 - - 
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48 PMMA 0.10 30.8 1.17 4.0o  - Anthracene  

dimerization 

- 

 

 

3.4o 3.9 - - 47 

49 0.20 30.6 1.14 3.6o  2.9o 3.1 

50 0.46 42.9 1.16 3.5
o
 2.3

o
 2.4 

51 PCOD 0.01 33.5 1.34 - 9.3 Rh-

complexation 

- - - 8.9 9.2 48 

52 0.02 8.5 9.1 

53 0.05 8.1 9.0 

54 0.10 7.4 8.6 

55 POEGMA 0.11 110.1 1.04 7.9o - 

 

Cu-

complexation 

- 

 

7.0o 7.4 - 

 

- 51 

56 0.20 90.4 1.10 7.1o 6.6o 6.2 

57 0.35 175.0 1.08 9.8o 8.1o 7.6 

58 0.40 208.0 1.05 11.0o 8.4o 8.1 

59 PS 0.03 57.2 1.15 - 6.7 Cu-

phthalocyanin

e  formation 

- - - 6.6 6.6 52 

60 0.09 5.7 6.3 

61 0.17 5.3 5.9 

62 PS 0.12 14.3 1.16 3.1  4.4 Pd-

complexation 

10.5 2.6 2.9 2.7 4.0 53 

63 PCOD 

 

0.02 50.6 1.02 - 10.1 Ir-

complexation 

- - - 9.4 9.9 54 

64 0.05 8.6 9.8 

65 0.10 7.9 9.5 

66 0.10 45.3 1.03 - 10.5 Ni-

complexation 

- - - 9.6 9.9 

67 0.20 9.1 9.2 

68 0.30 8.0 8.5 

69 PHEAm 0.05 43.4 - 

 

- 

 

4.5n Fe-

complexation 

- - - 2.5n 4.3 55 

70 0.10 48.9 4.7n 2.4n 4.4 

71 Triblock 

ABC 

copolymer  

0.38 35.4r 1.7r - 10.1s π-π stacking 

(between A 

and C blocks) 

- - - 4.3t 7.6 56 

72 Tetrablock 

ABCD 

copolymer 

0.08 77.8u 1.2u - 5.0v B21C7 / AS 

complexation 

(between B 

- - - 3.0v 4.8 57 
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and C blocks)  

+  

HW / CA  

hydrogen 

bonding 

(between A 

and D blocks)  

a
 PNOR = Polynorbornene; PMMA = Polymethyl methacrylate; PnBA = Poly(n-butyl 

methacrylate); PS = Polystyrene; PIBMA = Poly(isobornyl methacrylate); POEGMA = 
Polyoligoethylene glycol methyl ether methacrylate; PHEAm = Poly(N-2-hydroxyethyl 
acrylamide); PHEMA = Poly(hydroxyethyl methacrylate); PDMAEMA = Poly(N,N-
dimethylaminoethyl methacrylate); PCOD = Polycyclooctadiene.  

b
 Relative amount of 

functional groups in the linear precursor, as determined by 
1
H NMR spectroscopy. 

c
 Weight 

average molecular weight referred to PS standards (unless otherwise stated). 
d
 Dispersity of the 

molecular weight distribution referred to PS standards (unless otherwise stated).
 e

 For the 
precursors: RH

SEC
 (nm) = 1.44×10

-2
 Mw

0.561 
(see ref. 59); for the SCNPs: RH

SEC
 (nm) = 1.44×10

-2
 

(Mw
app

)
0.561

. 
f 
Data from dynamic light scattering (DLS) measurements in THF (unless otherwise 

stated). 
g 

UPy = 2-Ureido-Pyrimidinone, HAD = Hetero Diels-Alder, BTA = Benzene-1,3,5-
tricarboxamide, B21C7 = Benzo-21-crown-7, AS = Ammonium salt, HW = Hamilton wedge, 
CA = Cyanuric acid. 

 h
 Mw

app
 is the apparent weight average molecular weight of the SCNP 

referred to PS standards (see ref. 60). 
i 
RH

CAL
 (nm) = RH

Precursor 
(nm)

 
× (1-x)

0.6
 (see Eq. 4). 

j
 Data 

from SEC in DMF (10 mM LiBr) referred to PMMA standards. 
k
 Measurements in H2O; 

concentration = 1.0 mg mL
-1

; T = 40 ºC. 
l
 Measurements in H2O; concentration = 5.0 mg mL

-1
; T 

= 25 ºC.
m
 Measurements in CHCl3. 

n 
Measurements in H2O. 

o
 Hydrodynamic radius determined 

by SEC with differential refractive index, multi-angle laser light scattering and viscosimetry 
detectors. 

p
 Measurements in MeOH. 

q
 Data from SEC in DMAc referred to PS standards. 

r
 Data 

from SEC in DMF referred to PS standards. 
s
 Measurements in toluene. 

t 
Measurements in DMF. 

u
 Referred to PMMA standards. 

v
 Measurements in a mixture of DCM / acetonitrile (9 : 1, v / v).  
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Table 5.2. Combination of experimental techniques used to validate the single-chain nature of 
reversible SCNPs reported in Table 5.1. 

Reference Precursor 

concentration 

DLS / type SEC / type Other 

characterizations 

techniques used 
22 1 mg /mL Intensity 

distribution 
Light scattering 

detector 
Cryo-TEM, Circular 

dichroism 

27 1 mg /mL Only average size 

provided 

Conventional AFM 

28 1 mg /mL - Conventional AFM 

30 1 mg /mL Intensity 

distribution 

Conventional AFM 

32 1 mg /mL - Conventional AFM 

38 < 0.005 mg /mL Number 

distribution 

- TEM , AFM 

39 < 0.1 mg /mL Intensity 

distribution 

- AFM 

40 1 mg /mL Number 

distribution 

- AFM 

41 0.1 mM - Conventional - 

42 1 mg /mL - Light scattering 

detector 

TEM 

43 0.5 mg /mL Volume 

distribution 

Conventional AFM 

44 1 mg /mL Number 

distribution 

Conventional - 

45 1 mg /mL Number 

distribution 

Conventional 1H NMR 

46 1 mg /mL - Conventional 1H NMR (spin-spin 

relaxation times), 
TEM 

47 0.1 mg /mL - Light scattering 

detector 

Viscosimetry 

48 0.01 mM Relative 

distribution 

Conventional TEM 

49 1 mg /mL Number 

distribution 

Light scattering 

detector 

SAXS 

52 1 mg /mL Distribution not 

provided 

Conventional AFM 

53 1 mg /mL Number 

distribution 

Conventional 1H NMR (spin-spin 

relaxation times) 

54 1 mg /mL Distribution not 

provided 

Light scattering 

detector 

- 

55 1 mg /mL Number 

distribution 

- AFM 

56 1 mg /mL Number 

distribution 

Conventional 2D 1H-1H NOESY 

57 < 1 mg /mL Intensity 

distribution 

Conventional DOSY 
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Figure 5.2. (a) Schematic illustration of the folding of a single chain of size R0 (left) to 

a single-chain nanoparticle of size R (right) via reversible interactions. Folding and 

unfolding can be promoted by the use of an appropriate stimulus, e.g., change in solvent 

polarity. (b) Comparison of hydrodynamic radius calculated from Equation 5.4 (RH
CAL

) 

and experimental hydrodynamic radius (RH
EXP

) (SEC data unless otherwise stated) for 

reversible polystyrene (PS)-SCNPs prepared via ureido-pyrimidinone (UPy) 

dimerization [30], hydrazone reversible bonds [41], Cu-phthalocyanine formation (DLS 

data)
 

[52] and Pd-complexation [53] (see Table 5.1). (c) Comparison of RH
CAL

 

(Equation 5.4) and RH
EXP

 for polymethyl methacrylate (PMMA)-SCNPs synthesized via 

UPy dimerization [28] as a function of the fraction of groups x involved in reversible 

bonds. (d) Same as panel (c) but for polycyclooctadiene (PCOD)-SCNPs synthesized 

via Ni-complexation [54].
 

 

In spite of these limitations, we will show that this simple approach is in good 

agreement with literature results, providing a useful tool for predicting the size of 

conventional SCNPs involving reversible bonds placed statistically along the chain 

(Table 5.1, entries 1-70). As expected, Equation 5.4 fails to predict the size of complex 
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SCNP systems involving triblock ABC and tetrablock ABCD copolymers (Table 5.1, 

entries 71 and 72, respectively).  

 
The expected hydrodynamic size reduction according to Equation 5.4 is reported in 

Table 5.1 for different SCNPs involving reversible interactions. The experimental 

techniques used to characterize these reversible SCNPs are summarized in Table 5.2.   

Inspection of data from Table 5.1 reveals that, in general, the agreement between 

hydrodynamic radii calculated from Equation 5.4 (RH
CAL

) and experimental 

hydrodynamic radii (RH
EXP

) is very good. As a representative example, Figure 5.2B 

shows a plot of RH
CAL

 versus RH
EXP

 for reversible polystyrene (PS)-SCNPs prepared via 

(i) ureido-pyrimidinone (UPy) dimerization [30], (Table 5.1, entries 11, 12) (ii) 

hydrazone reversible bonds [41], (Table 5.1, entries 31-39) (iii) Cu-phthalocyanine 

formation [52]
 
(Table 5.1, entries 59-61) and (iv) Pd-complexation

 
[53] (Table 5.1, 

entry 62). Even considering SCNPs constructed from very different reversible bonds, 

the average deviation of calculated data from experimental ones is only of 7 %.  

 

Additionally, a comparison of calculated (Equation 5.4) and experimental 

hydrodynamic size data for polymethyl methacry-glycol methyl ether methacrylate 

(POEGMA) and poly(N,N-dimethylaminoethyl methacrylate) (PDMAEMA)-SCNPs 

(data from Table 5.1). The average deviation of calculated data from experimental ones 

is 6 %. Consequently, based on thelate (PMMA)-SCNPs synthesized via UPy 

dimerization
 

[28] and polycyclooctadiene (PCOD)-SCNPs synthesized via Ni-

complexation [54], as a function of x is illustrated in Figure 5.2C and 5.2D, 

respectively. The general trend of increased size reduction upon increasing x is well 

captured by Equation 5.4. 
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Figure 5.3. (a) Comparison of RH
CAL

 (Equation 4) and experimental RH
SEC

 for 

reversible PS-, PMMA-, PnBA-, PIBMA-, PNOR-, POEGMA-, and PDMAEMA-

SCNPs. (b) Comparison of RH
CAL

 (Equation 5.4) and experimental RH
DLS

 for reversible 

PS-, PMMA-, PnBA-, PHEMA-, PHEAm-, PCOD-, PNOR-, and POEGMA-SCNPs. 

Data taken from Table 5.1. 

 

Figure 5.3A shows a comparison of hydrodynamic radii calculated from Equation 5.4 

(RH
CAL

) and experimental hydrodynamic radii determined by SEC (RH
SEC

) for reversible 

PS-, PMMA- , poly(n-butylacrylate) (PnBA)-, poly(isobornyl methacrylate) (PIBMA)-, 

polynorbornene (PNOR)-, polyoligoethylene hydrodynamic radius of the precursor as 

determined by SEC, a reliable estimation of the size reduction upon folding the 

precursor to a SCNP via reversible interactions can be obtained from Equation 5.4.  

https://pubs.acs.org/doi/full/10.1021/acs.macromol.6b02427#eq4
https://pubs.acs.org/doi/full/10.1021/acs.macromol.6b02427#eq4
https://pubs.acs.org/doi/full/10.1021/acs.macromol.6b02427#tbl1
https://pubs.acs.org/doi/full/10.1021/acs.macromol.6b02427#tbl1
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Figure 5.4. (a) Comparison of RH
CAL

 (Equation 5.4) and experimental RH
SEC

 for 

covalent-bonded (irreversible) PS-SCNPs (data taken from Reference 58). (b) Same as 

panel (a) but assuming a change in the scaling exponent (ν) in RH ∝ N
ν
 from ν = 0.6 

(precursors) to ν = 0.53 (irreversible SCNPs) giving to [62] R = R0(1 – x)
0.53

N
–0.07

. 

 

However, significant data scatter is observed when experimental hydrodynamic radii 

from DLS (RH
DLS

) are compared to hydrodynamic radii calculated from Equation 5.4 

(RH
CAL

) (see Figure 5.3B). It is worth mentioning that the DLS technique is more 

sensitive to the presence of impurities of large size in solution (e.g., traces of SCNP 

aggregates) than the SEC technique [58],
 
which could account for some of the scatter 

observed in Figure 5.3B when compared to Figure 5.3A. Also, SEC hydrodynamic data 

javascript:void(0);


Chapter 5: Size Reduction upon Reversible SCNP formation 

128 
 

are based on the use of highly diluted solutions, whereas DLS hydrodynamic results are 

often obtained from more concentrated solutions and sometimes involving the use of 

solvents different from THF. 

 

Notably, Equation 4 does not reproduce the data of irreversible SCNPs (see Figure 

5.4A, average deviation ≈ 44 %). This is a consequence of the change in scaling 

exponent (ν) in RH α N
ν
 upon intra-chain covalent-bonded folding/collapse of the 

precursors to irreversible SCNPs, as reported previously in reference 58. Hence, a good 

agreement between theoretical and experimental data is found by assuming a change 

from ν = 0.6 (precursors) to ν = 0.53 (irreversible SCNPs) (see Figure 5.4B) [62]. The 

exponent ν = 0.53 is consistent with previous results from experiments and computer 

simulations of irreversible SCNPs [14, 23, 49, 58, 60, 63]. 

 

5.4. Conclusions 

 

In this Chapter, SEC and DLS hydrodynamic size data for different responsive SCNPs, 

including 72 SCNPs and 22 reversible interactions, have been analyzed. An expression 

providing the expected size reduction upon folding single chains of size R0 to SCNPs of 

size R via reversible interactions has been derived following a Flory-like argument. The 

overall agreement between theoretical and experimental data for conventional SCNPs 

involving reversible bonds placed statistically along the chain is excellent, hence 

allowing a valuable a priori estimation of size reduction upon folding single chains to 

single-chain nanoparticles via reversible interactions. When compared to covalent-

bonded SCNPs with a non-globular, sparse conformation in solution, reversible SCNPs 

in solution with similar nature, molar mass and amount of reactive groups display, on 
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average, a lower level of chain compaction. This finding is of outmost importance for 

developing practical applications of responsive SCNPs based on structure – property 

relationships.   
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6.1. Introduction 

 
As we discussed in Chapter 1, soft matter is characterized by complexity in structure 

and dynamics. In this regard, scattering techniques constitute powerful tools to unravel 

the structural and dynamic properties of soft matter systems, including SCNPs [1]. The 

momentum transfer dependence of the measured magnitudes can provide spatial and 

time resolution, which can be tuned by choosing the proper probe and/or experimental 

conditions. In particular, neutron scattering (NS) techniques provide two additional 

advantages for soft matter investigations: i) the possibility to match –simultaneously– 

the right length and time scales, and ii) the possibility to label selectively the 

components of a complex material via deuterium labeling [2-8]. An illustrative example 

of the importance of deuterium labeling in polymeric systems were the pioneering 

experiments on labeled polymer melts performed  in the 1970s [9,10] -as soon as the 

first small angle neutron scattering (SANS) instruments were developed- providing 

experimental evidence for the random coil conformation of linear macromolecules in 

bulk, as originally proposed by Flory [11]. 

 

Polymers also show interesting features that make them good candidates for numerous 

industrial applications. In this respect, the chance discovery of vulcanization by 

Goodyear in 1839 probably constituted the most revolutionary event in the history of 

polymer industry. In the vulcanization process, the creation of a relatively small amount 

of cross-links between different entangled macromolecular chains leads to a permanent 

3-D network with an associated spectacular transformation of the macroscopic 

properties of the material, from a (peculiar) liquid to a solid-like behaviour. Though this 

accomplishment was merely originated by chance, it is clear that the basic 
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understanding of the structural and dynamical features of materials at different length 

scales and their interrelation is the only rational way to design materials with tailored 

properties. With respect to SCNP-based materials, one fundamental question is: What is 

the impact of the chain topology on the properties and, in particular, how does it behave 

when cross-links are of purely intra-molecular character, as in the case of SCNPs? 

 

 

Although the suitability of NS techniques to address these intriguing questions is 

beyond doubt, access to full perdeuterated functional polymer precursors to produce 

completely-deuterated single-chain nanoparticles (dSCNPs) for NS has been limited by 

the fact that most of the functional monomers as well as reactive cross-linkers currently 

in use are not commercially available in their deuterated version. Even with this severe 

limitation, NS studies with partially-deuterated SCNPs have proven: i) the “crumple-

globule”-like conformation of SCNPs when embedded in a linear polymeric matrix 

[12,13], ii) the SCNP induced matrix entanglement dilution in a polymer nanocomposite 

[14], and iii) the confined dynamics of a low-Tg polymer in the matrix of a 

nanocomposite rich in SCNPs, even at temperatures where the latter are above their Tg 

[15]. However, deploying the full possibilities of the NS techniques for investigating the 

structure and dynamic features of SCNPs -as model macromolecules to address the 

effect of chain topology on materials properties- has been constrained by the absence of 

completely-deuterated single-chain nanoparticle samples. 

 

 

6.2. Objectives 

 
The aim of this work is to carry out an in-depth study on the impact of intramolecular 

cross-links on the properties of SCNP melts, which will be performed by combining a 

battery of experimental techniques including “macroscopic” (calorimetry, dielectric and 



Chapter 6: Completely Deuterated SCNPs 

140 
 

mechanical spectroscopy) and “microscopic” (quasielastic neutron scattering and small-

angle neutron scattering) ones.  

 

Prior to that, a novel synthetic route to produce completely-deuterated single-chain 

polymer nanoparticles (dSCNPs) needed for neutron scattering experiments was 

designed (Figure 6.1). It comprises: i) the use of commercially available perdeuterated 

cyclic ether monomers as starting reagents, ii) a ring-opening copolymerization process 

performed in bulk to produce a neat dSCNP precursor, iii) a standard azidation reaction 

to decorate this precursor with azide moieties, and iv) a facile intramolecular azide 

photodecomposition step carried out under UV irradiation at high dilution providing 

with highly-valuable, completely-deuterated soft nano-objects from the precursor.  

 

 
Figure 6.1. Illustration of the completely-deuterated SCNPs synthesized for this work. 

 
 

6.3.  Experimental part 

 
 

6.3.1. Materials 

 
Tetrahydrofuran (THF) (≥ 99.9 %, Scharlab) and epichlorohydrin (ECH) (99 %, 

Aldrich) were dried over CaH2, degassed and distilled in a vacuum line prior to use. 

Tris(pentafluorophenyl)borane (B(C6F5)3) (95 %, Aldrich) was sublimed at 60ºC in a 
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cold finger condenser. Tetrahydrofuran-d8 (THF-d8) (99.5 atom % D, Acros), 

epichlorohydrin-d5 (ECH-d5) (≥ 98 atom % D, Aldrich), dichloromethane (CH2Cl2) 

(reagent grade, Aldrich), N,N-dimethylformamide (DMF) (≥ 99.8 %, Scharlab), sodium 

azide (NaN3) (≥ 99.5 %, Aldrich) and methanol (MeOH) (≥ 99.9 %, Scharlab) were 

used as received.  

 

6.3.2. Synthesis of protonated and deuterated neat copolymers 

All reactions were performed in bulk conditions under an argon atmosphere using 

Schlenk flasks. For the synthesis of the protonated copolymer (hCop), B(C6F5)3 (20 mg, 

0.04 mmol), THF (2.50 mL, 30.8 mmol) and ECH (0.63 mL, 8.1 mmol) were mixed in 

a 25 mL Schlenk flask and stirred at room temperature for 48 h. The resulting crude 

product was precipitated in cold MeOH, yielding a sticky transparent copolymer (hCop: 

1.75 g, 59 % yield, Mw = 33.2 kDa, Ð = Mw/Mn = 1.55). The ECH content in hCop 

was estimated to be 30 mol % (see Table 6.1). A similar procedure was followed for the 

synthesis of the deuterated sample (dCop). Hence, B(C6F5)3 (72 mg, 0.14 mmol), THF-

d8 (8.4 mL, 103 mmol) and ECH-d5 (1.8 mL, 23 mmol) were used to obtain the 

completely-deuterated copolymer (dCop: 5.61 g, 53 % yield, Mw = 36.8 kg/mol, Ð = 

1.23). 

 

6.3.3. Azidation of the protonated and deuterated copolymers to obtain the 

precursors 

In a typical azidation procedure, 1.0 g of hCop was dissolved in DMF (40 mL) in a 

round bottom flask. NaN3 (330 mg, 2 eq.) was added and the mixture was left stirring 

for 24 h at 60ºC. Elemental analysis revealed an azidation degree of 17 % (see Table 

6.1). The crude product was precipitated in a 1:1 H2O/MeOH mixture and dried at 50 ºC 
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under reduced pressure in a vacuum oven to yield the azide-containing protonated 

precursor (hPrec: 0.85 g, 85 % yield). The same procedure was followed to obtain the 

azide-decorated deuterated precursor (dPrec: 0.82 g, 82 % yield). 

 

6.3.4. Synthesis of protonated and completely-deuterated single-chain 

nanoparticles 

Single-chain nanoparticles were synthesized via intramolecular azide 

photodecomposition. In a typical procedure, 100 mg of precursor (hPrec or dPrec) were 

dissolved in distilled THF (100 mL, 1 mg/mL) in a vial covered with aluminium foil, 

and exposed to UV irradiation (λ = 300-400 nm) for 3 h at room temperature. The 

solvent was evaporated at reduced pressure and the resulting product was redissolved 

with CH2Cl2 (≈ 0.5 mL) and precipitated in cold MeOH. SCNPs (hSCNP or dSCNP) 

were obtained as yellowish viscous liquids (≈ 90 % yield in both cases). Elemental 

analysis of hSCNP revealed an azide decomposition degree of ≈ 50 % (see Table 6.1). 

 

Table 6.1. EA results of hCop, hPrec and hSCNPs. 

Sample C(%)  

exp. 

C(%)  

calc. 

H(%)  

exp. 

H(%)  

calc. 

N(%) 

exp. 

N(%)  

calc. 

hCop 56.5 56.8 9.0 9.1 - - 

hPrec 57.7 56.6 8.9 9.0 2.80 2.7 

hSCNPs 55.8 57.1 8.7 9.1 1.84 1.8 

 

According to the EA data of Table 6.1 the molecular compositions of hCop and hPrec 

are, respectively, as follow: 

Poly[(C4H8O)0.7-co-(C3H5OCl)0.3] 
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Poly[(C4H8O)0.7-co-(C3H5OCl)0.25-co-(C3H5ON3)0.05] 

And the molecular compositions of SCNPs: 

Units not involved in cross-linking 

Poly[(C4H8O)0.7-co-(C3H5OCl)0.25-co-(C3H5ON3)0.025] 

Units not involved in cross-linking 

(C3H5ON)0.025 

According to the EA data, the azidation degree of hPrec is 0.05/(0.25+0.05) ≈ 0.17 (17 

%) and the degree of azide functional groups involved in intrachain cross-linking is 

0.025/(0.025+0.025) = 0.5 (50 %). 

 

6.4. Results and discussion 

6.4.1. Synthesis of completely-deuterated SCNPs 

Scheme 6.1 illustrates the new synthetic route towards completely-deuterated single-

chain nanoparticles (dSCNPs) via intramolecular azide photodecomposition. 

 

As an initial validation experiment, we first confirmed the successful formation of 

protonated single-chain nanoparticles (hSCNPs) following the synthetic pathway 

displayed in Scheme 6.1. Hence, we prepared a neat polyether copolymer by ring-

opening copolymerization in bulk at room temperature of tetrahydrofuran and 

epichlorohydrin initiated by B(C6F5)3 [16], which was subsequently azidated with NaN3 

in DMF to produce the protonated functionalized precursor (hPrec: Mw = 33.2 kDa, Ð = 

1.55, azidation degree = 17%). 
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Scheme 6.1. Route towards completely-deuterated single-chain polymer nanoparticles 

(dSCNPs) via intramolecular azide photodecomposition: A) Ring-opening 

copolymerization in bulk at room temperature of perdeuterated tetrahydrofuran (THF-

d8) and perdeuterated epichlorohydrin (ECH-d5) initiated by B(C6F5)3 to give a neat 

deuterated copolymer (dCop). B) Azidation of dCop in DMF to produce a deuterated, 

azide-decorated precursor (dPrec). C) UV irradiation (= 300-400 nm) of dPrec at high 

dilution to promote intra-chain cross-linking via insertion reactions upon azide 

photodecomposition. 

 

UV irradiation of hPrec at high dilution in THF (1 mg/mL) for 3 h produced hSCNPs, 

as revealed by size exclusion chromatography (SEC) experiments. As illustrated in 

Figure 6.2A, hSCNPs showed a smaller average hydrodynamic size (longer retention 

time at the SEC peak maximum) when compared to that of hPrec. The size reduction 

observed is a consequence of chain compaction via intra-chain cross-linking [17]. The 

disappearance of the azide functionality from hPrec upon UV irradiation -presumably 

via nitrene formation accompanied by evolution of N2- [18] was investigated through 

infrared (IR) (see Figure 6.2B) and elemental analysis (EA) measurements. On average, 

50% of the azide functional groups were involved in the intra-chain cross-linking 

process as determined by EA (see Table 6.1). We attribute the chain compaction 

observed by SEC to intra-chain cross-linking reactions –via N-H insertion reactions– 
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involving highly reactive nitrene species having high tendency to react through many 

different pathways [18]. 

 

 

Figure 6.2. A) SEC chromatograms of hPrec and hSCNPs showing the shift of the SEC 

retention peak of hPrec upon chain compaction via intramolecular azide 

photodecomposition to produce hSCNPs. B) IR spectra of hPrec and hSCNPs 

illustrating the reduction of the intensity of the azide vibration band of hPrec (ca. 2100 

cm
-1

) upon UV irradiation. C) FTIR spectra of dCop and dPrec showing the absence of 

C-H vibration bands in the 2650-2950 cm
-1

 region, which confirms the high content of 

deuterium in both dCop and dPrec. D) SEC chromatograms of dPrec and dSCNPs, 

supporting the reduction in hydrodynamic size (increase in SEC retention time) upon 

dSCNP formation via intramolecular azide photodecomposition. 

 

Having confirmed the successful formation of polyether hSCNPs via intramolecular 

azide photodecomposition, we attempted the synthesis of completely-deuterated single-

chain nanoparticles (dSCNPs) following Scheme 6.1 by starting with commercially 
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available deuterated cyclic ether monomers (THF-d8 and ECH-d5). A batch of neat 

completely-deuterated polyether copolymer (dCop: Mw = 36.8 kDa, Ð = 1.23) was 

successfully obtained in a gram-scale synthesis (> 5 g). Confirmation of the high 

content of deuterium in dCop was obtained from Fourier transform infrared 

spectroscopy (FTIR) as illustrated in Figure 6.2C, where the absence of intense C-H 

vibration bands in the 2650-2950 cm
-1

 region is observed in the FTIR spectrum of 

dCop. Instead, intense C-D vibration bands in the 2240-2040 cm
-1

 range are clearly 

visible in Figure 6.2C, as expected for a completely-deuterated polyether copolymer 

[19]. After azidation of dCop to give a completely-deuterated azide-decorated precursor 

(dPrec), the successful formation of dSCNPs from dPrec via intramolecular azide 

photodecomposition was confirmed through SEC measurements, as illustrated in Figure 

6.2D. It is worth of mention that for dPrec, the relatively weak azide IR vibration band 

located at ≈ 2100 cm
-1

 overlaps with the strong C-D vibration bands placed in the 2240-

2040 cm
-1

 region (see Figure 6.2C) so this fact prevents to follow the disappearance of 

the azide functionality by FTIR spectroscopy during the dSCNPs formation process. In 

this case, 
13

C nuclear magnetic resonance (NMR) spectroscopy results allowed us to 

confirm that azide decomposition takes place upon UV irradiation of dPrec (see Fig. 

6.3). More importantly, dSCNPs were found to display a high deuterium purity by FTIR 

spectroscopy (absence of C-H and N-H vibration peaks, see Fig. 6.4) as well as by 

neutron scattering experiments (see Fig. 6.5) suggesting that the intra-chain cross-

linking process was not affected by the presence of the protonated solvent used during 

the synthesis. The resulting dSCNPs were found to be non-crystalline materials with a 

value of glass transition temperature of -75 ºC, as determined by differential scanning 

calorimetry (DSC) (see Fig. 6.6). 
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Figure 6.3. Comparison of the 

13
C NMR spectra of dPrec and dSCNPs showing a 

significant reduction in intensity of the peak associated to the carbon atom next to the 

azide functionality of dPrec (–CD2–N3, 51 ppm) upon formation of dSCNPs via UV 

irradiation. 

 

 

 
 

Figure 6.4. FTIR spectrum of dSCNPs showing the absence of intense vibration bands 

above 2240 cm
-1
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Figure 6.5. Fraction of the coherent scattering signal for dSCNPs as determined by 

polarization NSE measurements. dSCNPs show a large coherent contribution 

characteristic of deuterated samples, whereas scattering of protonated samples (e.g., 

hPrec) was found to be mostly incoherent. 

 

Figure 6.6. Reversible heat flow as a function of temperature measured with DSC by 

cooling for dPrec and dSCNPs. The value of the mid-point glass transition temperature, 

Tg, is found to be -75 ºC.    
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6.4.2. Impact of intra-molecular cross-linking 

 

We first present the reference results on the bulk of linear precursor chains. QENS on 

the protonated sample reveals the usual dispersive features found for the hydrogen 

motions in glass-forming polymers in the supercooled liquid state, which can be well 

described assuming an anomalous jump diffusion mechanism (AJD). Figure 6.7 shows 

QENS results after Fourier transformation into the time domain and deconvolution from 

instrumental resolution.  

 

Figure 6.7. Fourier transform and deconvoluted QENS spectra obtained from FOCUS 

(circles) and SPHERES (diamonds) results on the hPrec (a,b,c) and hNP (d,e,f) samples, 

and the three temperatures investigated: 285 K (blue), 320 K (green) and 360 K (red). 

The Q-values correspond to 0.46 Å -1
 (a,d), 0.96 Å -1

 (b,e) and 1.76 Å -1
 (c,f). Solid lines 

are KWW fits with β ≡ 0.5 to the results above 2 ps. 
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The panels on the left correspond to the hPrec sample, and on the right to the hNP 

sample. FOCUS (circles) and SPHERES (diamonds) data are combined. As it is 

commonly found in glass-forming polymers above Tg [20], the results on protonated 

samples –corresponding to the intermediate incoherent scattering functions of the 

hydrogens- can be well described above ≈ 2 ps by means of a Kohlrausch-Williams-

Watts (KWW) or stretched exponential functional form 

𝑆𝑖𝑛𝑐(𝑄, 𝑡)  ∝ exp [− (
𝑡

𝜏𝑠
)
𝛽
 ]                              (6.1) 

with a stretching exponent β close to 0.5. This is the parameter imposed in the fits of the 

results shown in Figure 6.7. The average characteristic time for H self-motions 〈𝜏〉 =

 𝜏𝑠
𝐻Γ(1/𝛽)/𝛽 , represented in Figure 6.8, shows a strong dispersion in Q, being well 

approximated by a power law 〈𝜏〉 ∝ 𝑄
−(

2

𝛽
)
 in the approximate Q-range Q ≤ 1 Å -1

.  

 

Figure 6.8. Scattering vector dependence of the average characteristic time 〈𝜏〉 =
 𝜏𝑠

𝐻Γ(1/𝛽)/𝛽 for H-self motions obtained for hPrec (empty symbols) and hNP (filled 

symbols) at 285 K (blue circles), 320 K (green squares) and 360 K (red diamonds), 

imposing β = 0.5 (fits shown in Figure 6.7). Lines are fits of Equation 6.1 to the hPrec 

(solid lines) and hNP (dotted lines) results. 

 

0.01

0.1

1

10

0.2 0.3 0.4 0.6 0.8 1 2

<
>

(n
s
)

Q(Å
-1

)



Chapter 6: Completely Deuterated SCNPs 

151 
 

This relation between dispersion and stretching is indicative for Gaussian diffusive 

behavior with an associated sublinear increase of the mean squared atomic displacement 

[21]. Deviations from this asymptotic law at higher Q-values can usually well be 

accounted for by assuming a distribution of local jumps as the underlying microscopic 

mechanism for such an anomalous diffusion, which can be resolved by the QENS 

experiments when exploring small enough length scales [22, 23]. In the framework of 

the anomaouls jump diffusion (AJD) model, based on these ideas, the characteristic 

time for the self-correlation function can be expressed as: 

𝜏𝑠(𝑄) = 𝜏𝑠 [1 +
1

𝑄2ℓ0
2]

1

𝛽
                               (6.2) 

Here, ℓo is the preferred jump length. The resulting values of the parameters involved in 

the description by this model are collected in Table 6.2. Note that in this case, the 

hydrogen dynamics is what it is followed by the experiments and consequently the 

obtained parameters correspond to these particular nuclei. 

Table 6.2. Values of the parameters involved in the AJD fitting the hPrec results 

described with KWW functions with β = 0.5. 

 

T(K) 〈𝝉𝒔,𝒐
𝑯 〉(𝒑𝒔) ℓo(Å ) 

285 82 0.64 

320 9.4 0.58 

360 1.7 0.53 

 

The Fourier transformed QENS results on the hNPs sample are nearly indistinguishable 

from those on hPrec, as can be appreciated from Figures 6.7 and 6.8, and the values of 

the AJD parameters used to fit the characteristic times, shown in Table 6.3. 
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Table 6.3. Values of the parameters involved in the AJD fitting the hNP results 

described with KWW functions with β = 0.5. 

 

T(K) 〈𝝉𝒔,𝒐
𝑯 〉(𝒑𝒔) ℓo(Å ) 

285 103 0.63 

320 9.8 0.56 

360 1.5 0.51 

 

Moving to the neutron results on the deuterated sample, as can be seen in Figure 6.9A, 

the structure factor S(Q) -static limit of the dynamic structure factor S(Q, t)- presents a 

well-defined amorphous halo centered at around Qmax = 1.4 Å -1
. In main-chain 

polymers, this peak can usually be attributed to correlations between atoms belonging to 

nearest neighbor chains [24], separated by an average inter-chain distance of about d ≈ 

2π/Qmax. Here, d ≈ 4.5 Å . The squares in Figure 6.10 show the NSE results on the 

normalized S(Q, t) at Qmax, i. e., revealing the temporal evolution of such inter-chain 

correlations. The curves can be well described by Kohlrausch-Williams-Watts (KWW) 

functions with a value of the stretching exponent β ≈ 0.5. Applying Equation 6.1 to all 

NSE results the characteristic times shown in Figure 6.9B were obtained. At high Qs, 

they show a kind of maximum reminiscent of the deGennes narrowing proposed for 

simple diffusion [25]. 

 

Approaches merely based on diffusive mechanisms predict a continuous slowing down 

with decreasing scattering vector in the Q → 0 limit. Therefore, they obviously fail in 

reproducing the experimentally observed acceleration of the collective dynamics at 

intermediate length scales (ILS). The ILS region corresponds to length scales larger 

than the typical intermolecular distances but not yet in the hydrodynamic regime. 

Around a given Qc-value located in the ILS region, the collective response of glass-
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forming systems crosses over from being dominated by diffusion to a region where it is 

dominated by the viscoelastic coupling of stress and density fluctuations. 

 

Figure 6.9. (a) Differential cross section of dPrec (up-triangles: D11; down-triangles: 

FOCUS) and dNP (crosses: D11; pluses: FOCUS). Dotted line marks its value for dPrec 

at ILS, and the solid line includes an Ornstein-Zernike contribution accounting for the 

scattering excess observed in dNP. (b) Q-dependence of the average collective 

characteristic times 〈𝜏〉 =  Γ (
1

𝛽
) 𝜏𝑤/𝛽 determined from the NSE experiments (empty 

symbols: dPrec; filled symbols: dNP) at 280 K (circles, β = 0.43), 320 K (squares, β = 

0.47) and 360 K (diamonds, β = 0.55). The dashed-dotted lines are descriptions of the 

collective times for the precursor in terms of an (anomalous jump) diffusive component 

(shown as the dashed line for the 280 K case) and a Q → 0 component affected by a 

cutoff factor. 
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Only beyond a certain length scale -somehow related with Qc- the system would appear 

as viscoelastically homogeneous. This crossover is captured by a recently proposed 

model [26], which application provides the lines shown in Figure 6.9B. For the 

precursor melt, Qc ≈ 0.6 Å -1
. 

 
Figure 6.10. Normalized dynamic structure factor measured by IN11c at Q ≈ Qmax 

(squares) and at Q = 0.39 Å -1
 (circles) -i. e., in the ILS region- on dPrec (empty 

symbols) and on dNP (filled symbols) at 320 K. Lines are fits of stretched exponentials 

to the precursor (dashed lines) and the dSCNPs sample (solid lines) with β = 0.47. 

 

Given the adscription of the correlations at Qmax as those between atoms located in 

adjacent chains, it is clear that NSE experiments at Qmax reveal the genuine structural α-

relaxation. To monitor this process in a wider range, dielectric spectroscopy 

measurements were employed. Figure 6.11A shows the decomposition of the dielectric 

loss of the precursor bulk at approx. Tg + 20 K into an α- and a β-contribution. Their 

corresponding characteristic times are represented in Figure 6.12. The values of the α-

relaxation times obtained from DS are higher than those observed by NSE at Qmax, 

suggesting large dipolar correlations in this sample. 
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Figure 6.11. (a) Dielectric losses at 220 K. The conductivity contribution has been 

subtracted. Solid lines are fitting curves obtained by the addition of a β-relaxation (blue 

dashed-dotted line), an α-relaxation (green lines), and an additional slow contribution 

(pink dotted line) in the case of the SCNPs. (b) Master curves obtained from rheological 

experiments using the shift factors and amplitudes shown in the inset with a reference 

temperature of 293 K. The lines correspond to VF-fits. The dashed arrow indicates the 

common entanglement and the solid arrows the disentanglement reduced frequencies. 

 

Last, the master curves obtained for the real and imaginary parts of the shear modulus of 

the precursor melt are presented in Figure 6.11B, as results from rheological 

measurements performed by Dr. Paula Malo de Molina. As it is typical for long linear 
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entanglement effects on the mechanical response and that at low frequencies is the 

signature of the disentanglement of the chains. The separation of these two points 

increases with the length of the macromolecules. In between, the reptation mechanism 

associated to the topological constraints imposed by neighboring chains 

(‘entanglements’) prevails, leading to a ‘soft-solid like’ behavior. 

 

We now move to the bulk made of SCNPs, commencing with the macroscopic studies. 

The impact on the rheological properties is striking, as can be realized from Figure 

6.11B. Intramolecular crosslinks produce a strong shift of the disentanglement point to 

higher frequencies -accordingly, a huge decrease of the disentanglement time. The 

plateau in the shear modulus practically dissapears in the SCNPs bulk. This system does 

not show a ‘solid-like’ behavior anymore, but readily flows. The difference with respect 

to the intermolecular cross-linking impact on the rheological properties {persistent low-

frequency plateaus reflecting the permanent 3D-network structure [27] is dramatic. 

 

The influence of the induced topology on the DS results consists of a broadening of the 

main loss dielectric peak, mainly affecting its low-frequency flank, and a slight apparent 

shift of this maximum (see Figure 6.11A). To describe these results -that, a priori, are 

not obvious to reconcile with the rheological observation- we first consider the 

microscopic insight provided by neutron scattering. 

 

The direct comparison of the original incoherent QENS spectra of both samples 

suggests a subtle retardation of the hydrogen motions in the SCNPs' bulk with respect to 

the precursors at low Q-values (large length scales); however, the usual analysis of the 

Fourier transformed and deconvoluted results, within the uncertainties, reveals hardly 
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distinguishable features for the self-dynamics in both melts. Moving to coherent 

scattering, Figure 6.9A shows that the amorphous halo of the SCNPs' bulk is exactly at 

the same position as that of the precursor chains. The average inter-molecular distances 

are thus not appreciable disturbed by internal cross-links. The collective motions 

involved in the structural relaxation as revealed by NSE in the neighborhood of Qmax 

take also place in a very similar way in the two melts. On the contrary, the decay of the 

S(Q,t) at ILS is dramatically slowed down in the presence of intra-molecular cross-

links. These features are directly evidenced in Figure 6.10 and by the resulting 

characteristic times in Figure 6.9B. The latter tend to continuously increase toward 

larger length scales, reminding a diffusion dominated-like dynamics. In the above 

commented framework for collective dynamics at ILS, for the melt of SCNPs the 

crossover to a non-diffusive characteristic time at Qc would be strongly shifted to low 

Q-values (even below those accessed by the IN11c window), implying that the SCNPs 

bulk would behave viscoelastically homogeneous only at extremely large length scales. 

 

Is there any structural evidence for the existence of heterogeneities responsible for such 

dynamical behavior at ILS? SANS experiments provide the answer, showing indeed a 

pronounced increase of the forward scattering with respect to that in the precursor (see 

Figure 6.9A). Such an excess can be well accounted for by an Ornstein-Zernike 

expression, 𝐼𝑂𝑍 ∝ 1/[1 + (𝑄𝜉)2], with a value of about 9 Å  for the characteristic length 

ξ. The internal cross-links thus induce scattering length density fluctuations in the 

nanometric length scale, which relaxation takes place much more slowly than that 

driving the decay of density fluctuations at similar length scales in a melt of chemically 

identical chains with simple linear topology. 
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Since structural and dynamic properties at local and intermolecular length scales are 

practically insensitive to internal cross-linking, the functional forms and characteristic 

times of the dielectric β and α-processes of the SCNPs can be fixed to those determined 

from the precursor study. However, to describe the DS results in this way we have to 

assume that the amplitude of the α-peak is smaller in the SCNPs, i. e., that not all the 

polarization relaxes through this process, but only a fraction. Introducing this single free 

parameter, the relaxational contribution of the remaining fraction was deduced. Figure 

6.11A illustrates the decomposition obtained for an intermediate temperature. The 

additional process has a maximum at lower frequencies than the α-peak, and is highly 

asymmetric. It accounts for the relaxation of about 15% of the polarization. The 

characteristic time of this slow process is also included in Figure 6.12. Interestingly 

enough, its temperature dependence can be perfectly described by that of the shift 

factors used in the construction of the rheological master curves of the SCNPs shown in 

Figure 6.11B. 

 

Coarse-grained molecular dynamic simulations have revealed that intramolecular 

bonding produces an internal compartmentation of the macromolecule into loops 

(‘domains’) of diverse sizes [12, 28, 29]. The internal loops topology imprinted in the 

SCNPs would be at the origin of the acceleration of the terminal relaxation with respect 

to the precursor bulk -it is well known that macromolecular rings do not entangle with 

other rings [30]. The ability of the chains to flow at shorter times than in the entangled 

linear melt reflects the disability of entanglement formation provoked by the induced 

internal ring-like topology. On the other hand, close to the cross-links, chain 

conformation and packing could be expected to be slightly different than in the rest of 

the bulk material. 
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Figure 6.12. Inverse temperature dependence of the characteristic times obtained for the 

precursor (empty symbols) and the SCNPs (filled symbols) for the following processes: 

α- relaxation by NSE at Qmax (squares) and DS (diamonds), β-relaxation (triangles) and 

the slow DS-process (circles). The solid line represents the dependence obtained from 

the rheological experiments on the SCNPs (Figure 6.11B). The times correspond to the 

maxima of the imaginary part of the corresponding susceptibility function. 

 

The resulting heterogeneities are reflected in the structure factor with nanometric 

characteristic length scale. Thus, topology introduces an additional relevant length scale 

in the problem. From a dynamic point of view, internal bonds are expected to impose an 

extra friction for relaxation of the neighboring segments. Such hindrance would 

provoke the retardation of the decay of density fluctuations at intermediate length scales 

with respect to the linear counterparts and would also be reflected through a slowly 

relaxing fraction of the polarization -the additional dielectric process observed would 

involve the relaxation of dipoles that are strongly influenced by the intramolecular 

cross-links and cannot fully participate in the α-relaxation. Only when the relaxation of 

such newly appeared correlations associated to rigid ‘domains’ are lost, the complete 
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chain relaxation leading to the viscous flow can take place. Thus, in the melt of SCNPs, 

the role played by the entanglements in melts of linear chains preventing the flow is 

overtaken by the internal domain structure imprinted by intramolecular cross-linking. 

Taking into account the tiny fraction of cross-links present along the chain, this system 

nicely illustrates the essence of soft materials: 'small cause, large effects' [31]. 

 

6.5. Conclusions 

The first part of this work comprised an efficient procedure to produce completely-

deuterated single-chain polymer nanoparticles (dSCNPs) based on the use of: i) 

commercially available perdeuterated cyclic ether monomers, ii) a simple bulk ring-

opening copolymerization process, iii) a facile azidation post-polymerization 

functionalization reaction, and iv) an efficient UV-induced azide decomposition 

reaction at high dilution promoting intra-chain crosslinking reactions. By means of this 

new procedure, low-Tg, non-crystalline, polyether-based dSCNPs were prepared as 

highly-valuable, completely-deuterated soft nano-objects.  

 

In the second part, an in-depth study of the effect of internal cross-linking was 

performed by combining a set of advanced experimental techniques. Neutron scattering 

demonstrated that the structural and dynamical properties at local length scales 

including the intermolecular distances (in particular, the structural relaxation) are hardly 

sensitive to chain topology. Its impact, as revealed by this microscropic technique, 

consists of a slowing down of collective dynamics occurring at larger length scales, 

associated to emerging structural heterogeneities with a characteristic length of about 1 

nm. Macroscopically, a striking practically complete disappearance of the rubbery 

plateau was witnessed in the internally cross-linked melt -just the opposite effect to the 
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generation of a permanent solid-like structure provoked by ‘standard’ vulcanization. 

The dielectric spectra revealed an enhanced intensity in the frequency region below the 

α-relaxation loss peak. The combination of the results from all these experimental 

techniques has been crucial to elaborate a consistent picture of the effect of internal 

cross-links on the chain properties in a polymer melt. We suggest that the internal 

structure imprinted by intramolecular bonding consisting of intrachain loops prevents 

the formation of entanglements among macromolecules, accelerating the complete 

relaxation of the chains which leads to the viscous flow. However, the local globulation 

and internal compartmentation into domains induced by the cross-links introduce a new 

relevant mechanism for chain relaxation at intermediate length scales. This new 

emerging dynamics takes over the role of disentantanglement for full chain relaxation; 

therefore, the terminal regime and this slow relaxation at nanometric scale are 

intimately connected. 
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7.1. Conclusions 

Single-chain nanoparticles synthesized by applying single-chain technology to 

individual polymer chains are promising elements in nanotechnology and materials 

science. Their potential applications for emerging fields such as nanomedicine, 

nanocatalysis or nanoelectronics make developing new synthetic routes and unravelling 

their internal structure and dynamics appealing challenges to any researcher interested 

in polymers and soft matter. With these ideas in mind, we performed an exhaustive 

work by combining state-of-the art polymer chemistry and advanced characterization 

techniques, aiming to open up new synthetic ways towards SCNPs and to shed some 

light on their intriguing physical properties. 

In the first work, we targeted polyether SCNPs starting from cyclic monomers 

(tetrahydrofuran, glycidyl phenyl ether and glycidyl propargyl ether). They were finally 

obtained by a combination of zwitterionic ring-opening polymerization (ZROP) with 

B(C6F5)3 as initiator and photoactivated thiol-yne coupling. Interestingly, although we 

attempted SCNP synthesis starting from poly(THF−GPgE−GPE) terpolymers and 

poly(THF−GPgE) copolymers, polyether SCNPs were only obtained from the 

terpolymer precursor. We attributed this to differences in the monomer sequence 

distribution, which were elucidated by kinetic experiments via real−time 
13

C NMR 

spectroscopy. The resulting SCNPs were characterized by SEC with triple detection, 

FTIR spectroscopy, 
1
H NMR spectroscopy, TEM, and DSC. 

Secondly, we present a collaborative work with Prof. Christopher Barner-Kowollik and 

Dr. Hendrik Frisch carried out at Queensland’s University of Technology. Here, we 

aimed for the synthesis of single-ring nanoparticles (mimicking natural cyclotides) 
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obtained from cyclic precursors. SRNPs were obtained by a stepwise folding-activation-

collapse process. The initial ring closing reaction was carried out by means of a 

photoactivated hetero Diels-Alder reaction starting from a poly(styrene-co-

chloromethylstyrene) precursor endowed with a difunctional photoreactive chain 

transfer agent. A subsequent azidation reaction made the cyclic polymer reactive 

towards the final collapse step, which was achived by CuAAC reaction in the presence 

of an external dialkyne cross-linker. SRNPs showed a significantly higher shrinking 

factor, ⟨G⟩ = 0.61, than that of conventional SCNPs ⟨G⟩=0.87, which were synthesized 

by skipping the initial ring-closing reaction.  

In the next work, we delved into the size reduction caused by reversible SCNP 

formation. For that purpose, we collected extensive literature data (72 SCNPs and 22 

reversible interactions) and proposed a simple expression providing the expected size 

reduction following a Flory-like argument. The agreement between predicted and  

experimental data is excellent, hence allowing a valuable a priori predictive method. 

Comparison between covalent-bonded SCNPs and reversible SCNPs revealed a lower 

level of compaction for the latter ones. 

Finally, we performed an in-depth analysis of the physical properties of SCNP melts. 

Prior to that, we had to design an efficient synthetic route to obtain completely-

deuterated low-Tg SCNPs, as having deuterated samples is of outmost importance for 

performing neutron scattering experiments. Polyether-based deuterated single-chain 

nanoparticles were obtained in gram-scale by a combination of a simple bulk ring-

opening copolymerization process, an azidation functionalization reaction and an UV-

induced azide decomposition reaction that lead to intra-chain crosslinking.  
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A comparison between SCNPs and linear precursors was made by employing a set of 

advanced experimental techniques, aiming for understanding the impact of internal 

cross-linking on the physical properties. Neutron scattering measurements revealed that 

the structural relaxation is barely affected upon SCNP formation. A significant slow 

down of the dynamics is observed, however, at larger length scales, associated to 

emerging structural heterogeneities with a characteristic length of about 1 nm. 

Rheological measurements revealed a striking disappearance of the rubbery plateau. 

Dielectric spectroscopy measurements revealed an enhanced intensity in the frequency 

region below the α-relaxation loss peak. We attributed these results to the internal 

structure imprinted by intramolecular cross-linking, which consists of intrachain loops 

preventing the formation of entanglements among macromolecules, and consequently 

accelerating the complete relaxation of the chains which leads to the viscous flow   
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Resumen  

 

Esta tesis presenta un trabajo exhaustivo en torno a las nanopartículas poliméricas 

unimoleculares (SCNPs, por sus siglas en inglés). La combinación de técnicas de 

síntesis de polímeros de vanguardia y técnicas de caracterización avanzadas nos ha 

permitido: 

1. Establecer nuevas rutas sintéticas para obtener SCNPs. 

2. Sintetizar SCNPs con nuevas topologías. 

3. Estudiar con profundidad las propiedades físicas de las SCNPs. 

 Los Capítulos 1 y 2 introducen este emergente campo y proporcionan una revisión de 

los conceptos fundamentales, los métodos de síntesis actuales, las aplicaciones 

potenciales y algunas de las técnicas de caracterización más utilizadas. Los tipos de 

instrumentos y las configuraciones utilizadas en el presente trabajo se recogen en el 

Capítulo 2. 

El Capítulo 3 presenta una novedosa fusión de la polimerización por apertura de anillo 

zwitteriónica y la reacción de acoplamiento tiol-ino fotoactivada, que supone una 

interesante nueva ruta de obtención de SCNPs. Las SCNPs se obtuvieron a partir del 

terpolímero poly(THF-GPgE-GPE) con distintas proporciones de monómeros, y 

presentaron un mayor grado de compactación en el polímero con más unidades 

entrecruzantes. 

Para comprender mejor los procesos de polimerización y de formación de 

nanopartículas se emplearon técnicas avanzadas de caracterización que incluyen la 

cromatografía por permeación de gel con triple detección, resonancia magnética nuclear 
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de protón y carbono, espectroscopía infrarroja, microscopía electrónica y calorimetría 

diferencial de barrido. 

El trabajo detallado en el Capítulo 4 tiene como objetivo la síntesis de SCNPs con una 

topología nueva: las nanopartículas poliméricas unimoleculares cíclicas, formadas a 

partir de anillos poliméricos. Esta arquitectura es reminiscente de los ciclótidos: 

péptidos cíclicos estabilizados por puentes disulfuro intramoleculares. 

Las nanopartículas cíclicas son finalmente obtenidas mediante la combinación de 

reacciones de polimerización controlada, reacciones hetero Diels-Alder fotoactivadas y 

química “click” catalizada por cobre. Las nanopartículas resultantes son caracterizadas 

detalladamente mediante técnicas de cromatografía de exclusión por tamaño, resonancia 

magnética nuclear, espectroscopía de infrarrojo y espectroscopía UV-Visible. 

El Capítulo 5 incluye un estudio cuantitativo de la compactación que tiene lugar tras la 

formación de SCNPs reversibles.  

Mediante un argumento de tipo Flory, proponemos una expresión que permite una 

estimación a priori de la reducción de tamaño que se da tras compactar cadenas 

unimoleculares. Se incluye también una comparación de los resultados obtenidos con 

dicha expresión con una extensa recopilación de datos bibliográficos (72 SCNPs, 22 

tipos de interacciones reversibles). 

Finalmente, el Capítulo 6 presenta un método para obtener SCNPs totalmente 

deuteradas partiendo de monómeros e iniciadores disponibles comercialmente.  

La ruta sintética incluye una sencilla polimerización de apertura de anillo en “bulk”, una 

reacción de azidación para funcionalizar el polímero y una reacción de descomposición 
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del grupo azida asistida mediante luz ultravioleta que promueve las reacciones de 

entrecruzamiento intramoleculares necesarias para la obtención de SCNPs.  

También se realiza un estudio exhaustivo de las propiedades estructurales y dinámicas 

de fundidos de estas nanopartículas, combinando técnicas de caracterización tales como 

dispersión de neutrones elástica y cuasielástica, espectroscopía dieléctrica, medidas de 

reología y calorimetrías. 

El estudio muestra, a nivel microscópico, una ralentización de las dinámicas colectivas 

asociada a heterogeneidades estructurales con una distancia característica de alrededor 

de 1 nm. A nivel macroscópico, se observa na desaparición prácticamente completa del 

“techo elástico”, que contrasta con el fenómeno opuesto observado en la vulcanización, 

en el que se genera una estructura de tipo sólido permanente. 
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